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PT. TITIAN LANCAR ABADI

NDT INSPECTION & CERTIFICATION
SPECIALIST :
NON DESTRUCTIVE (NDT - POST WELD HEAT TREATMENT (PWHT) - PRESSURE TESTING (PST)

INSPECTION AND CERTIFICATION - TECHNICAL - NDT EQUIPMENT SUPPLIER
Head Office : Kp. Gunung Buntu, RT. 005/ RW. 003, Ds. Banyuwangi,
Kec. Pulo Ampel, Kab. Serang, Prov. Banten - INDONESIA 42455 | phone. (0254) 781-8085
: Perumahan Teman Cllegon Cluster C E-mek. @gmail.com
Blok G7 No. 16 Kota Cilegon, Prov. Banten ~ INDONESIA 42413
‘ MAGNETIC TEST EXAMINATION REPORT
PROJECT LOMBOK CFSPP FTP-2 (2x50MW) REPORT NO 211/MT/TLA/XI/2024
CLIENT PT. HANAZONO ENGINEERING INDONESIA SHEET NO 1 OF 1
OWNER PT. REKAYASA INDUSTRI TIME 08.00 - 17.00 WIB.
PROCEDURE LPP-239-MEC-VP-010-V LOCATION WORKSHOP
ACC. CRITERIA AWS D1.1 INSPECTION DATE November 29, 2024
DETAIL OF JOB
SUBJECT PROTECTION HS PIPES SURFACE PREPARATION :
ITEM NO C 150 HOT ROOF @ AS WELDED OAscasT
UNIT NO SEGMENT 4-1 () AS ROLLED O AFTER PWHT
DWG NO LPP-239-MEC-VG-083-V O AS FORGED (O AFTER HYDROTEST
 MATERAL  ss00 . Oomer  @WREBRUSHING
TEMP AMBIENT
“5 SOP NO - STAGE OF EXAMINATION :
O BEFORE/AFTER PWHT (O BEFORE/AFTER REPAIR
O BEFORE/AFTER HYDROTEST @ OTHER
EQUIPMENT
TYPE OF MAGNETIC : OAc Obc @ PERMANENT
MAGNETIC METHOD : @ WET VISIBLE O POWDER (O OTHER
PRODUK: MANUFACTURER: DESCRIPTION:  WELD PROCESS FCAW
7HF : 110741 MAGNAFLUX
CLEANER : 5 MAGNAFLUX
WCP : 2001268 MAGNAFLUX
MT APPLICATION:
@ SPRAYING BLACK LIGHT INTENSITY : - uw/cm?
O BRUSHING LIGHT INTENSITY : 1080 o
JF— WELDER | WELD SIZE (mm) RESULT J— WELDER WELD SIZE (mm) RESULT
STAMP | PROCESS | LINEAR | ROUNDED |ACC| REJ STAMP | PROCESS | LINEAR | ROUNDED |ACC| REJ
/Y JT-05 JH-1006 | FCAW - - v [ -
=4
PT. HANAZONO ENGINEERING PT. PERUSAHAAN LISTRIK NEGARA
PT. TITIAN LANCAR ABADI NGONESA PT. REKAYASA INDUSTRI (PERSERO) UIP NUSA TENGGARA
\ C\(\( J ‘
ASNT MT LEVEL Il : KRISNO Benridho Gan Gan Dermawan
DATE : November 29, 2024 MV 1y ay P-. )y, Y -



PT. TITIAN LANCAR ABADI

NDT INSPECTION & CERTIFICATION
SPECIALIST :
NON DESTRUCTIVE (NDT - POST WELD HEAT TREATMENT (PWHT) - PRESSURE TESTING (PST)
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INSPECTION AND CERTIFICATION ~ TECHNICAL - NDT EQUIPMENT SUPPLIER

Head Office : Kp. Gunung Buntu, RT. 005/ RW. 003, Ds. Banyuwangi,
Kec. Pulo Ampel, Kab. Serang, Prov. Banten - INDONESIA 42455

Phone. (0254) 781-8985
E-mail.

: Perumahan Taman Cllegon Cluster C:
Blok G7 No. 18 Kota Cilegon, Prov. Banten - INDONESIA 42413

@gmail.com

P
S\ Pt
N ARRANS

MAGNETIC TEST EXAMINATION REPORT

PROJECT LOMBOK CFSPP FTP-2 (2x50MW) REPORT NO 212/MT/TLA/XI/2024
CLIENT PT. HANAZONO ENGINEERING INDONESIA SHEET NO 1 OF 1
OWNER PT. REKAYASA INDUSTRI TIME 08.00 - 17.00 WIB.
PROCEDURE LPP-239-MEC-VP-010-V LOCATION WORKSHOP
ACC. CRITERIA AWS D1.1 INSPECTION DATE November 29, 2024
DETAIL OF JOB
SUBJECT PROTECTION HS PIPES SURFACE PREPARATION :
ITEM NO C 150 HOT ROOF @ AS WELDED OAs CAST
UNIT NO SEGMENT 4-2 (O AS ROLLED (O AFTER PWHT
DWG NO LPP-239-MEC-VG-083-V O AS FORGED (O AFTER HYDROTEST
| MATERAL  ss0 o QomeR  @WREBRUSHING
TEMP AMBIENT
“ SOP NO - STAGE OF EXAMINATION :
) (O BEFORE/AFTER PWHT (O BEFORE/AFTER REPAIR
(O BEFORE/AFTER HYDROTEST @ OTHER
EQUIPMENT
TYPE OF MAGNETIC OAc Onc @ PERMANENT
MAGNETIC METHOD @ WET VISIBLE O POWDER (O OTHER
PRODUK: MANUFACTURER: DESCRIPTION:  WELD PROCESS FCAW
7HF 110741 MAGNAFLUX
CLEANER . MAGNAFLUX
wCP 2001268 MAGNAFLUX
MT APPLICATION:
@ SPRAYING BLACK LIGHT INTENSITY - uw/cm?
O BRUSHING LIGHT INTENSITY 1080 Lux
[ WELDER | WELD SIZE (mm) RESULT LoIT kid WELDER WELD SIZE (mm) RESULT
STAMP | PROCESS | LINEAR | ROUNDED |ACC| REJ STAMP | PROCESS | LINEAR | ROUNDED |ACC| REJ
JT-05 JH-1006 | FCAW - = v | -
7

PT. HANAZONO ENGINEERING PT. PERUSAHAAN LISTRIK NEGARA
PT. TITIAN LANCAR ABADI . REKAYASA |
INDONESIA PL REK R INDUSTRI (PERSERO) UIP NUSA TENGGARA
ASNT MT LEVEL Il : KRISNO Benridho Gan Garj Dermawan
fpate : November 29, 2024 VW 29, 2w Frv. 2, 2
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PT. TITIAN LANCAR ABADI Guarso

1SO 9001:2015
NDT INSPECTION & CERTIFICATION

ah OF BT ATy,
o 2

SPECIALIST : | A F
NON DESTRUCTIVE (NDT - POST WELD HEAT TREATMENT (PWHT) - PRESSURE TESTING (PST) PJK= o B
INSPECTION AND CERTIFICATION - TECHNICAL - NDT EQUIPMENT SUPPLIER = B
Head Office : Kp. Gunung Buntu, RT. 005/ RW. 003, Ds. Banyuwangi, Inge=—a— |nge=g=
Kec. Pulo Ampel, Kab. Prov. - INDO 42455 | phone. (0254) 781-8985 N i DrPrrpeterid
: Perumahan Taman Cilegon Cluster C: e | E-mail. @gmaill.com Eriraomaniat: (I
Blok G7 No. 18 Kota Cilegon, Prov. Banten - INDONESIA 42413 R ®rataon i e
| — e
MAGNETIC TEST EXAMINATION REPORT
PROJECT LOMBOK CFSPP FTP-2 (2x50MW) REPORT NO 213/MT/TLA/XI/2024
CLIENT PT. HANAZONO ENGINEERING INDONESIA SHEET NO 1 OF
OWNER PT. REKAYASA INDUSTRI TIME 08.00- 17.00 WIB.
PROCEDURE LPP-239-MEC-VP-010-V LOCATION WORKSHOP
ACC. CRITERIA AWS D1.1 INSPECTION DATE November 29, 2024
DETAIL OF JOB
SUBJECT PROTECTION HS PIPES SURFACE PREPARATION :
ITEM NO C 150 HOT ROOF @ AS WELDED OAs cAST
UNIT NO SEGMENT 4-3 (O AS ROLLED O AFTER PWHT
DWG NO LPP-239-MEC-VG-083-V O AS FORGED (O AFTER HYDROTEST
CMATERIAL ssa0 T QOTHERR  @WREBRUSHING.
TEMP AMBIENT
4 SOP NO - STAGE OF EXAMINATION :
) O BEFORE/AFTER PWHT (O BEFORE/AFTER REPAIR
(O BEFORE/AFTER HYDROTEST @ OTHER
EQUIPMENT
TYPE OF MAGNETIC : OAc Obc @ PERMANENT
MAGNETIC METHOD : @ WET VISIBLE O POWDER (O OTHER
PRODUK: MANUFACTURER: DESCRIPTION: WELD PROCESS FCAW
7HF i 110741 MAGNAFLUX
CLEANER . - MAGNAFLUX
WCP : 2001268 MAGNAFLUX
MT APPLICATION:
@ SPRAYING BLACK LIGHT INTENSITY : - uw/cm?
O BRUSHING LIGHT INTENSITY : 1080 Lux
JOINT NO WELDER WELD SIZE (mm) RESULT JOINT NO WELDER WELD SIZE (mm) RESULT
STAMP | PROCESS | LINEAR | ROUNDED |ACC| REJ STAMP PROCESS | LINEAR | ROUNDED |ACC| REJ
JT-05 JH-1006 FCAW - - v -
J
PT. HANAZONO ENGINEERING PT. PERUSAHAAN LISTRIK NEGARA
PT. TITIAN LANCAR ABADI INDONESIA PT. REKAYASA INDUSTRI (PERSERO) UIP NUSA TENGGARA
ASNT MT LEVEL Il : KRISNO Benridho

|DATE : November 29, 2024 Ny Y M




PT. TITIAN LANCAR ABADI

NDT INSPECTION & CERTIFICATION

SPECIALIST :

NON DESTRUCTIVE (NDT - POST WELD HEAT TREATMENT (PWHT) - PRESSURE TESTING (PST)

INSPECTION AND CERTIFICATION - TECHNICAL - NDT EQUIPMENT SUPPLIER

: Kp. Gunung Buntu, RT. 005/ RW. 003, Ds. Banyuwangi,
Kec. Pulo Ampel, Kab. Serang, Prov. Banten - INDONESIA 42456

: Perumahan Taman Cilegon Cluster Catalonia
Blok G7 No. 16 Kota Cilegon, Prov. Banten - INDONESIA 42413

Phone. (0254) 781-8985

E-mall. pttittan889@gmail.com
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@ FLLAF IS0
IS0 9001:2015

SRS

MAGNETIC TEST EXAMINATION REPORT

PROJECT LOMBOK CFSPP FTP-2 (2x50MW) REPORT NO 214/MT/TLA/XI/2024
CLIENT PT. HANAZONO ENGINEERING INDONESIA SHEET NO 1 OF 1
OWNER PT. REKAYASA INDUSTRI TIME 08.00 - 17.00 WIB.
PROCEDURE LPP-239-MEC-VP-010-V LOCATION WORKSHOP
ACC. CRITERIA AWS D1.1 INSPECTION DATE November 29, 2024
DETAIL OF JOB
SUBJECT PROTECTION HS PIPES SURFACE PREPARATION :
ITEM NO C 150 HOT ROOF @ AS WELDED OAs casT
UNIT NO SEGMENT 4-4 (O AS ROLLED (OO AFTER PWHT
DWG NO LPP-239-MEC-VG-083-V O AS FORGED O AFTER HYDROTEST
MATERIAL 55400 O OTHER @ WIRE BRUSHING
TEMP AMBIENT
|, SOP NO - STAGE OF EXAMINATION :
/ O BEFORE/AFTER PWHT (O BEFORE/AFTER REPAIR
O BEFORE/AFTER HYDROTEST @ OTHER
EQUIPMENT
TYPE OF MAGNETIC OAc Onbc @ PERMANENT
MAGNETIC METHOD @ WET VISIBLE O POWDER O OTHER
PRODUK: MANUFACTURER: DESCRIPTION: ~ WELD PROCESS FCAW
7HF 110741 MAGNAFLUX
CLEANER - MAGNAFLUX
wce 2001268 MAGNAFLUX
MT APPLICATION:
@ SPRAYING BLACK LIGHT INTENSITY - uw/cm?
O BRUSHING LIGHT INTENSITY 1080 T
— WELDER | WELD SIZE (mm) RESULT JOINTNG | VWELDER | WELD SIZE (mm) RESULT
STAMP | PROCESS | LINEAR | ROUNDED |ACC| REJ STAMP | PROCESS | LINEAR | ROUNDED |ACC| REJ
IT-05 JH-1006 | FCAW - - v o-

PT. HANAZONO ENGINEERING PT. PERUSAHAAN LISTRIK NEGARA
. TITIAN LANCA| v
PRSI RARADI INDONESIA FT-RERAYASA INDUSTRI (PERSERO) UIP NUSA TENGGARA
7
y
ASNT MT LEVEL Il : KRISNO Benridho , Gan Gan Dermawan
DATE : November 29, 2024 WV 34 , 2 /V( Aen -~/ i

/



PT. TITIAN LANCAR ABADI

NDT INSPECTION & CERTIFICATION

SPECIALIST :

NON DESTRUCTIVE (NDT - POST WELD HEAT TREATMENT (PWHT) - PRESSURE TESTING (PST)

INSPECTION AND CERTIFICATION - TECHNICAL - NDT EQUIPMENT SUPPLIER

Head Office :Kp. Gunung Buntu, RT. 005/ RW. 003, Ds. Banyuwangi,

Kec. Pulo Ampel, Kab. Serang, Prov. Banten - INDONESIA 42455 | prone. (0254) 781-8986

E-mail.

: Perumahan Taman Cilegon Cluster C:
Blok G7 No. 18 Kota Cilegon, Prov. Banten - INDONESIA 42413

@gmail.com

MAGNETIC TEST EXAMINATION REPORT

5 MULTye
4>,
AL TN

PROJECT LOMBOK CFSPP FTP-2 (2x50MW) REPORT NO 215/MT/TLA/XI/2024
CLIENT PT. HANAZONO ENGINEERING INDONESIA SHEET NO 1 OF 1
OWNER PT. REKAYASA INDUSTRI TIME 08.00 - 17.00 WIB.
PROCEDURE LPP-239-MEC-VP-010-V LOCATION WORKSHOP
ACC. CRITERIA AWS D1.1 INSPECTION DATE  November 29, 2024
DETAIL OF JOB
SUBJECT PROTECTION HS PIPES SURFACE PREPARATION :
ITEM NO C 150 HOT ROOF @ AS WELDED QOAS CAST
UNIT NO SEGMENT 5-1 (O AS ROLLED (O AFTER PWHT
DWG NO LPP-239-MEC-VG-083-V O AS FORGED (O AFTER HYDROTEST
_MATERAL  ss40  Oomer  @WREBRUSHING
TEMP AMBIENT
-, SOP NO - STAGE OF EXAMINATION :
) O BEFORE/AFTER PWHT (O BEFORE/AFTER REPAIR
O BEFORE/AFTER HYDROTEST @ OTHER
EQUIPMENT
TYPE OF MAGNETIC OAC Onbc @ PERMANENT
MAGNETIC METHOD @ WET VISIBLE O POWDER O OTHER
PRODUK: MANUFACTURER: DESCRIPTION:  WELD PROCESS FCAW
7HF 110741 MAGNAFLUX
CLEANER : MAGNAFLUX
WCP 2001268 MAGNAFLUX
MT APPLICATION:
@ SPRAYING BLACK LIGHT INTENSITY - uw/cm?
O BRUSHING LIGHT INTENSITY 1080 Lux
JOINT NO WELDER | WELD SIZE (mm) RESULT JOINT NO WELDER WELD SIZE (mm) RESULT
STAMP | PROCESS | LINEAR | ROUNDED |ACC| REJ STAMP | PROCESS | LINEAR | ROUNDED |ACC| REJ
JT-05 RM-1206 | FCAW = - v | -
/

PT. HANAZONO ENGINEERING PT. PERUSAHAAN LISTRIK NEGARA
PT. TITIAN LANCAR ABADI PT. REKAYASA INDUSTRI
INDONESIA i (PERSERO) UIP NUSA TENGGARA
(\ 'IV &
ASNT MT LEVEL Il : KRISNO Benridho Gan Gat Dermawan
DATE : November 29, 2024 W 2% | om M Ho,. - ¢




PT. TITIAN LANCAR ABADI

NDT INSPECTION & CERTIFICATION
SPECIALIST :
NON DESTRUCTIVE (NDT - POST WELD HEAT TREATMENT (PWHT) - PRESSURE TESTING (PST)
INSPECTION AND CERTIFICATION ~ TECHNICAL - NDT EQUIPMENT SUPPLIER
: Kp. Gunung Buntu, RT. 005/ RW. 003, Ds. Banyuwangi,
Kec. Pulo Ampel, Kab. Serang, Prov. Banten - INDONESIA 42455

: Perumahan Taman Cilegon Cluster C:
Bliok G7 No. 16 Kota Cllegon, Prov. Banten - INDONESIA 42413
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Phone. (0254) 781-8985
E-mail. @gmait.com

MAGNETIC TEST EXAMINATION REPORT

PROJECT LOMBOK CFSPP FTP-2 (2x50MW) REPORT NO 216/MT/TLA/XI/2024
CLIENT PT. HANAZONO ENGINEERING INDONESIA SHEET NO 1 OF 1
OWNER PT. REKAYASA INDUSTRI TIME 08.00 - 17.00 WIB.
PROCEDURE LPP-239-MEC-VP-010-V LOCATION WORKSHOP
ACC. CRITERIA AWS D1.1 INSPECTION DATE  November 29, 2024
DETAIL OF JOB
SUBJECT PROTECTION HS PIPES SURFACE PREPARATION :
ITEM NO C 150 HOT ROOF @ AS WELDED QOAs CAST
UNIT NO SEGMENT 5-2 (O AS ROLLED (O AFTER PWHT
DWG NO LPP-239-MEC-VG-083-V O AS FORGED (OO AFTER HYDROTEST
_MATERAL  sso0 . CQomer ~ @WREBRUSHING
TEMP AMBIENT
-4, SOP NO - STAGE OF EXAMINATION :
'3 QO BEFORE/AFTER PWHT (O BEFORE/AFTER REPAIR
(O BEFORE/AFTER HYDROTEST @ OTHER
EQUIPMENT
TYPE OF MAGNETIC OAc Obc @ PERMANENT
MAGNETIC METHOD @ WET VISIBLE O POWDER O OTHER
PRODUK: MANUFACTURER: DESCRIPTION:  WELD PROCESS FCAW
7HF 110741 MAGNAFLUX
CLEANER - MAGNAFLUX
wcp 2001268 MAGNAFLUX
MT APPLICATION:
@ SPRAYING BLACK LIGHT INTENSITY : - uw/cm?
O BRUSHING LIGHT INTENSITY 1080 Lux
— WELDER | WELD SIZE (mm) RESULT — WELDER WELD SIZE (mm) RESULT
STAMP | PROCESS | LINEAR | ROUNDED |ACC| REJ STAMP | PROCESS | LINEAR | ROUNDED |[ACC| REJ
\ JT-05 RM-1206 | FCAW - = v | -
A

PT. HANAZONO ENGINEERING PT. PERUSAHAAN LISTRIK NEGARA
PT. TITIAN LANCAR ABADI INDONESIA PT. REKAYASA INDUSTRI (PERSERO) UIP NUSA TENGGARA
ASNT MT LEVEL Il : KRISNO Benridho Gan Gap Dermawan
G : November 29, 2024 POV v vy M- g Y
¢ !




PT. TITIAN LANCAR ABADI

NDT INSPECTION & CERTIFICATION

SPECIALIST :
NON DESTRUCTIVE (NDT - POST WELD HEAT TREATMENT (PWHT) - PRESSURE TESTING (PST)

INSPECTION AND CERTIFICATION - TECHNICAL - NDT EQUIPMENT SUPPLIER
: Kp. Gunung Buntu, RT. 005/ RW. 003, Ds. Banyuwangi,
Kec. Pulo Ampel, Kab. Prov. - INDO 42455 | phone. (0264) 781-8985
: Perumahan Taman Cllegon Cluster Catalonia | E-mail. ptiitian889@gmail.com | Eovronmoma
Blok G7 No. 18 Kota Cilegon, Prov. Banten - INDONESIA 42413 Sytone
MAGNETIC TEST EXAMINATION REPORT
PROJECT LOMBOK CFSPP FTP-2 (2x50MW) REPORT NO 217/MT/TLA/XI/2024
CLIENT PT. HANAZONO ENGINEERING INDONESIA SHEET NO 1 OF 1
OWNER PT. REKAYASA INDUSTRI TIME 08.00 - 17.00 WIB.
PROCEDURE LPP-239-MEC-VP-010-V LOCATION WORKSHOP
ACC. CRITERIA AWS D1.1 INSPECTION DATE November 29, 2024
DETAIL OF JOB
SUBJECT PROTECTION HS PIPES SURFACE PREPARATION :
ITEM NO C 150 HOT ROOF @ AS WELDED OAS CAST
UNITNO SEGMENT 5-3 (O AS ROLLED (O AFTER PWHT
DWG NO LPP-239-MEC-VG-083-V (O AS FORGED (O AFTER HYDROTEST
CMATERAL ssa0 o OotheR @ WIRE BRUSHING
TEMP AMBIENT
—~4 SOPNO - STAGE OF EXAMINATION :
} O BEFORE/AFTER PWHT (O BEFORE/AFTER REPAIR
O BEFORE/AFTER HYDROTEST @ OTHER
EQUIPMENT
TYPE OF MAGNETIC ; OAc Obc @ PERMANENT
MAGNETIC METHOD : @ WET VISIBLE O POWDER (O OTHER
PRODUK: MANUFACTURER: DESCRIPTION: WELD PROCESS FCAW
7HF : 110741 MAGNAFLUX
CLEANER : - MAGNAFLUX
WCP : 2001268 MAGNAFLUX
MT APPLICATION:
@ SPRAYING BLACK LIGHT INTENSITY : = uw/cm?
O BRUSHING LIGHT INTENSITY 3 1080 Lux
JOINT NO WELDER WELD SIZE (mm) RESULT JOINT NO WELDER WELD SIZE (mm) RESULT
STAMP | PROCESS | LINEAR | ROUNDED |[ACC| REJ STAMP PROCESS | LINEAR | ROUNDED | ACC| REJ
\ IT-05 RM-1206 FCAW - - v -
=
PT. HANAZONO ENGINEERING PT. PERUSAHAAN LISTRIK NEGARA
PT. TITIAN LANCAR ABADI INDONESIA PT. REKAYASA INDUSTRI (PERSERO) UIP NUSA TENGGARA
gl
ASNT MT LEVEL 1l  : KRISNO Benridho Gan Gan Dermawan
{oaTe : November 29, 2024 WV 1 sy M. Ar=71 7

/



PT. TITIAN LANCAR ABADI Gruarso

NDT INSPECTION & CERTIFICATION
SPECIALIST :
NON DESTRUCTIVE (NDT - POST WELD HEAT TREATMENT (PWHT) - PRESSURE TESTING (PST)

INSPECTION AND CERTIFICATION - TECHNICAL. - NDT EQUIPMENT SUPPLIER
: Kp. Gunung Buntu, RT. 005/ RW. 003, Ds. Banyuwangi,
Kec. Puio Ampei, Kab. 9, Prov. - INDO 42455 | phone. (0254) 781-8985
: Perumahan Taman Cilegon Cluster C E-mail. @gmall.com [ viconieni )
Blok G7 No, 16 Kota Cilegon, Prov. Banten - INDONESIA 42413 Symeerny i
MAGNETIC TEST EXAMINATION REPORT
PROJECT LOMBOK CFSPP FTP-2 (2x50MW) REPORT NO 218/MT/TLA/X1/2024
CLIENT PT. HANAZONO ENGINEERING INDONESIA SHEET NO 1 OF 1
OWNER PT. REKAYASA INDUSTRI TIME 08.00 - 17.00 WIB.
PROCEDURE LPP-239-MEC-VP-010-V LOCATION WORKSHOP
ACC. CRITERIA AWS D1.1 INSPECTION DATE November 29, 2024
DETAIL OF JOB
SUBJECT PROTECTION HS PIPES SURFACE PREPARATION :
ITEM NO C 150 HOT ROOF @ AS WELDED QOAS CAST
UNIT NO SEGMENT 5-4 () AS ROLLED (O AFTER PWHT
DWG NO LPP-239-MEC-VG-083-V (O AS FORGED (O AFTER HYDROTEST
MATERAL  ss00  Oomer @ WIREBRUSHING
TEMP AMBIENT
-4 sopNO - STAGE OF EXAMINATION :
) (O BEFORE/AFTER PWHT (O BEFORE/AFTER REPAIR
(O BEFORE/AFTER HYDROTEST @ OTHER
EQUIPMENT
TYPE OF MAGNETIC : OAc Obc @ PERMANENT
MAGNETIC METHOD : @ WET VISIBLE O POWDER O OTHER
PRODUK: MANUFACTURER: DESCRIPTION:  WELD PROCESS FCAW
7HF : 110741 MAGNAFLUX
CLEANER : - MAGNAFLUX
wCp : 2001268 MAGNAFLUX
MT APPLICATION:
@ SPRAYING BLACK LIGHT INTENSITY : : uw/em?
O BRUSHING LIGHT INTENSITY : 1080 Tl
p—— WELDER | WELD SIZE (mm) RESULT S WELDER WELD SIZE (mm) RESULT
STAMP | PROCESS | LINEAR | ROUNDED |[ACC| REJ STAMP | PROCESS | LINEAR | ROUNDED |ACC| REJ
‘ JT-05 JH-1006 | FCAW = = v | -
o
PT. HANAZONO ENGINEERING PT. PERUSAHAAN LISTRIK NEGARA
PT. TITIAN LANCAR ABADI NGBS PT. REKAYASA INDUSTRI (PERSERO) UIP NUSA TENGGARA
/ i
i
ASNT MT LEVEL Il : KRISNO Benridho Gan Gan Dermawan
foate : November 29, 2024 Nov 25 M _ Pu V), 2




PT. TITIAN LANCAR ABADI

NDT INSPECTION & CERTIFICATION
SPECIALIST :
NON DESTRUCTIVE (NDT - POST WELD HEAT TREATMENT (PWHT) - PRESSURE TESTING (PST)
INSPECTION AND CERTIFICATION - TECHNICAL - NDT EQUIPMENT SUPPLIER
: Kp. Gunung Buntu, RT. 005/ RW. 003, Ds. Banyuwang|,
Kec. Puio Ampei, Kab. Prov. - INDOI 4$2455

: Perumahan Taman Cilegon Cluster Catalonia
Blok G7 No. 16 Kota Cilegon, Prov. Banten - INDONESIA 42413

Phone. (0254) 781-8985
E-mail. pttitian889@gmail.com
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MAGNETIC TEST EXAMINATION REPORT

PROJECT LOMBOK CFSPP FTP-2 (2x50MW) REPORT NO 219/MT/TLA/X1/2024
CLIENT PT. HANAZONO ENGINEERING INDONESIA SHEET NO 1 OF 1
OWNER PT. REKAYASA INDUSTRI TIME 08.00 - 17.00 WIB.
PROCEDURE LPP-239-MEC-VP-010-V LOCATION WORKSHOP
ACC. CRITERIA AWS D1.1 INSPECTION DATE  November 29, 2024
DETAIL OF JOB
SUBJECT PROTECTION HS PIPES SURFACE PREPARATION :
ITEM NO C 150 HOT ROOF @ AS WELDED OAscAST
UNIT NO SEGMENT 6-1 (O AS ROLLED (O AFTER PWHT
DWG NO LPP-239-MEC-VG-084-V O AS FORGED (OO AFTER HYDROTEST
_ MATERAL  ss40  OOTHRR _ @OWIREBRUSHING
TEMP AMBIENT
~\ SOP NO - STAGE OF EXAMINATION :
O BEFORE/AFTER PWHT (O BEFORE/AFTER REPAIR
O BEFORE/AFTER HYDROTEST @ OTHER
EQUIPMENT
TYPE OF MAGNETIC OAC Onbc @ PERMANENT
MAGNETIC METHOD @ WET VISIBLE O POWDER O OTHER
PRODUK: MANUFACTURER: DESCRIPTION:  WELD PROCESS FCAW
7HF 110741 MAGNAFLUX
CLEANER - MAGNAFLUX
WCP 2001268 MAGNAFLUX
MT APPLICATION:
@ SPRAYING BLACK LIGHT INTENSITY - uw/cm?
O BRUSHING LIGHT INTENSITY 1080 Tuow
— WELDER | WELD SIZE (mm) RESULT P — WELDER WELD SIZE (mm) RESULT
STAMP | PROCESS | LINEAR | ROUNDED |ACC| REJ STAMP | PROCESS | LINEAR | ROUNDED |ACC| REJ
\ JT-05 SR-0904 | FCAW - & v | -
J

PT. HANAZONO ENGINEERING PT. PERUSAHAAN LISTRIK NEGARA
PT. TITIAN LANCAR ABADI :
INDONESIA PT- REKAYASA INDUSTRI (PERSERO) UIP NUSA TENGGARA
: 9.
ASNT MT LEVEL Il : KRISNO Benridho Gan Gan Dermawan
paTe : November 29, 2024 Wy 2y, w9 V- 29\,




SO 9001:2016
NDT INSPECTION & CERTIFICATION
SPECIALIST :

NON DESTRUCTIVE (NDT - POST WELD HEAT TREATMENT (PWHT) - PRESSURE TESTING (PST)

PT. TITIAN LANCAR ABADI @_@,ua?@o

INSPECTION AND CERTIFICATION ~ TECHNICAL - NDT EQUIPMENT SUPPLIER
: Kp. Gunung Buntu, RT. 005/ RW. 003, Ds. Banyuwangi,
Kec. Pulo Ampel, Kab. Serang, Prov. Banten - INDONESIA 42455 | phone. (0254) 781-8985
: Perumahan Taman Cllegon Cluster C. E-maill. @gmail.com
Blok G7 No. 16 Kota Cilegon, Prov. Banten - INDONESIA 42413
MAGNETIC TEST EXAMINATION REPORT
PROJECT LOMBOK CFSPP FTP-2 (2x50MW) REPORT NO 220/MT/TLA/XI/2024
CLIENT PT. HANAZONO ENGINEERING INDONESIA ~ SHEETNO 1 OF 1
OWNER PT. REKAYASA INDUSTRI TIME 08.00 - 17.00 WIB.
PROCEDURE LPP-239-MEC-VP-010-V LOCATION WORKSHOP
ACC. CRITERIA AWS D1.1 INSPECTION DATE November 29, 2024
DETAIL OF JOB
SUBJECT PROTECTION HS PIPES SURFACE PREPARATION :
ITEM NO C 150 HOT ROOF @ AS WELDED OAS CAST
UNIT NO SEGMENT 6-2 (O AS ROLLED O AFTER PWHT
DWG NO LPP-239-MEC-VG-084-V O AS FORGED (O AFTER HYDROTEST
MATERIAL  sss0 o QomHer  @WREBRUSHING
TEMP AMBIENT
~4 SOP NO - STAGE OF EXAMINATION :
) (O BEFORE/AFTER PWHT (O BEFORE/AFTER REPAIR
(O BEFORE/AFTER HYDROTEST @ OTHER
EQUIPMENT
TYPE OF MAGNETIC : OAC Onbc @ PERMANENT
MAGNETIC METHOD : @ WET VISIBLE O POWDER O OTHER
PRODUK: MANUFACTURER: DESCRIPTION:  WELD PROCESS FCAW
7HF : 110741 MAGNAFLUX
CLEANER : = MAGNAFLUX
wcpP : 2001268 MAGNAFLUX
MT APPLICATION:
@ SPRAYING BLACK LIGHT INTENSITY : - uw/cm?
O BRUSHING LIGHT INTENSITY : 1080 Biek
- WELDER | WELD SIZE (mm) RESULT e —— WELDER WELD SIZE (mm) RESULT
STAMP | PROCESS | LINEAR | ROUNDED |ACC| REJ STAMP | PROCESS | LINEAR | ROUNDED |ACC| RE
JT-05 AF-1307 | FCAW = = v [ -
-
PT. HANAZONO ENGINEERING PT. PERUSAHAAN LISTRIK NEGARA
PT. TITIAN LANCAR ABADI INDONESIA PT. REKAYASA INDUSTRI (PERSERO) UIP NUSA TENGGARA
'
.
ASNT MT LEVEL Il : KRISNO Benridho Gan Gan Dermawan

DATE : November 29, 2024 WY Ly o i - 44,




PT. TITIAN LANCAR ABADI

NDT INSPECTION & CERTIFICATION

SPECIALIST :

NON DESTRUCTIVE (NDT - POST WELD HEAT TREATMENT (PWHT) - PRESSURE TESTING (PST)

INSPECTION AND CERTIFICATION - TECHNICAL - NDT EQUIPMENT SUPPLIER

Head Office : Kp. Gunung Buntu, RT. 005/ RW. 003, Ds. Banyuwangi,
Kec. Puio Ampel, Kab. g, Prov. - INDON 42455

Phone. (0254) 781-8985
E-mail.

: Perumahan Taman Cilegon Cluster C:
Blok G7 No. 16 Kota Cilegon, Prov. Banten - INDONESIA 42413

@gmail.com
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MAGNETIC TEST EXAMINATION REPORT

PROJECT LOMBOK CFSPP FTP-2 (2x50MW) REPORT NO 221/MT/TLA/XI/2024
CLIENT PT. HANAZONO ENGINEERING INDONESIA SHEET NO 1 OF 1
OWNER PT. REKAYASA INDUSTRI TIME 08.00 - 17.00 WIB.
PROCEDURE LPP-239-MEC-VP-010-V LOCATION WORKSHOP
ACC. CRITERIA AWS D1.1 INSPECTION DATE November 29, 2024
DETAIL OF JOB
SUBJECT PROTECTION HS PIPES SURFACE PREPARATION :
ITEM NO C 150 HOT ROOF @ AS WELDED O ASs CAST
UNIT NO SEGMENT 6-3 O AS ROLLED O AFTER PWHT
DWG NO LPP-239-MEC-VG-084-V O AS FORGED O AFTER HYDROTEST
_ MATERAL  sss0  Oomer  @WREBRUSHING
TEMP AMBIENT
-l sopnO - STAGE OF EXAMINATION :
) O BEFORE/AFTER PWHT (O BEFORE/AFTER REPAIR
O BEFORE/AFTER HYDROTEST @ OTHER
EQUIPMENT
TYPE OF MAGNETIC OAc Onbc @ PERMANENT
MAGNETIC METHOD @ WET VISIBLE (O POWDER O OTHER
PRODUK: MANUFACTURER: DESCRIPTION: ~ WELD PROCESS FCAW
THF 110741 MAGNAFLUX
CLEANER - MAGNAFLUX
wcp 2001268 MAGNAFLUX
MT APPLICATION:
@ SPRAYING BLACK LIGHT INTENSITY - pw/cm?
O BRUSHING LIGHT INTENSITY 1080 Lux
T i WELDER | WELD SIZE (mm) RESULT JOINTNG | WELDER | WELD SIZE (mm) RESULT
STAMP | PROCESS | LINEAR | ROUNDED [ACC| REJ STAMP | PROCESS [ LINEAR | ROUNDED |ACC[ REJ
JT-05 JH-1006 | FCAW - - v -
/

PT. HANAZONO ENGINEERING PT. PERUSAHAAN LISTRIK NEGARA
PT. TITIAN LANCAR ABADI T. \{
INDONESIA PTBERAYASA INDUSTRI (PERSERO) UIP NUSA TENGGARA
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PT. TITIAN LANCAR ABADI

NDT INSPECTION & CERTIFICATION
SPECIALIST :
NON DESTRUCTIVE (NDT - POST WELD HEAT TREATMENT (PWHT) - PRESSURE TESTING (PST)
INSPECTION AND CERTIFICATION - TECHNICAL - NDT EQUIPMENT SUPPLIER
Head Office : Kp. Gunung Buntu, RT. 005/ RW. 003, Ds. Banyuwangi,
Kec. Pulo Ampel, Kab. Serang, Prov. Banten - INDONESIA 42456

: Perumahan Taman Cilegon Cluster Catalonia
Blok G7 No. 18 Kota Cilegon, Prov. Banten - INDONESIA 42413

Phone. (0254) 781-89856
E~-mail. ptiitian889@gmail.com
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MAGNETIC TEST EXAMINATION REPORT

PROJECT LOMBOK CFSPP FTP-2 (2x50MW) REPORT NO 222/MT/TLA/XI/2024
CLIENT PT. HANAZONO ENGINEERING INDONESIA SHEET NO 1 OF 1
OWNER PT. REKAYASA INDUSTRI TIME 08.00 - 17.00 WIB.
PROCEDURE LPP-239-MEC-VP-010-V LOCATION WORKSHOP
ACC. CRITERIA AWS D1.1 INSPECTION DATE November 29, 2024
DETAIL OF JOB
SUBJECT PROTECTION HS PIPES SURFACE PREPARATION :
ITEM NO C 150 HOT ROOF @ AS WELDED QOAS CAST
UNIT NO SEGMENT 6-4 (O AS ROLLED O AFTER PWHT
DWG NO LPP-239-MEC-VG-084-V (O AS FORGED (O AFTER HYDROTEST
 MATERAL ss00 o OOMER  @WREBRUSHING
TEMP AMBIENT
\ SOP NO - STAGE OF EXAMINATION :
) O BEFORE/AFTER PWHT (O BEFORE/AFTER REPAIR
(O BEFORE/AFTER HYDROTEST @ OTHER
EQUIPMENT
TYPE OF MAGNETIC O AcC Onbc @ PERMANENT
MAGNETIC METHOD @ WET VISIBLE O POWDER O OTHER
PRODUK: MANUFACTURER: DESCRIPTION:  WELD PROCESS FCAW
7HF 110741 MAGNAFLUX
CLEANER - MAGNAFLUX
wcp 2001268 MAGNAFLUX
MT APPLICATION:
@ SPRAYING BLACK LIGHT INTENSITY : - pw/cm?
O BRUSHING LIGHT INTENSITY 1080 Lux
P WELDER | WELD SIZE (mm) RESULT e WELDER WELD SIZE (mm) RESULT
STAMP | PROCESS | LINEAR | ROUNDED |ACC| REJ STAMP | PROCESS | LINEAR | ROUNDED |ACC| REJ
A IT-05 SR-0904 | FCAW : = ¥ =
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PT. TITIAN LANCAR ABADI

NDT INSPECTION & CERTIFICATION
SPECIALIST :
NON DESTRUCTIVE (NDT - POST WELD HEAT TREATMENT (PWHT) - PRESSURE TESTING (PST)
INSPECTION AND CERTIFICATION - TECHNICAL - NDT EQUIPMENT SUPPLIER

Head Office : Kp. Gunung Buntu, RT. 005/ RW. 003, Ds. Banyuwangl,
Kec. Puio Ampel, Kab. g, Prov. - INDOI 42455

Phone. (0254) 781-8985

: Perumahan Taman Cilegon Cluster Catalonia

E-mail. pttitan889@gmail.com
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Blok G7 No. 16 Kota Cilegon, Prov. Banten - INDONESIA 42413
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MAGNETIC TEST EXAMINATION REPORT

PROJECT LOMBOK CFSPP FTP-2 (2x50MW) REPORT NO 223/MT/TLA/X1/2024
CLIENT PT. HANAZONO ENGINEERING INDONESIA SHEET NO 1 OF 1
OWNER PT. REKAYASA INDUSTRI TIME 08.00 - 17.00 WIB.
PROCEDURE LPP-239-MEC-VP-010-V LOCATION WORKSHOP
ACC. CRITERIA AWS D1.1 INSPECTION DATE November 29, 2024
DETAIL OF JOB
SUBJECT PROTECTION HS PIPES SURFACE PREPARATION :
ITEM NO C 150 HOT ROOF @ AS WELDED OAS CAST
UNIT NO SEGMENT 7-1 O AS ROLLED (O AFTER PWHT
DWG NO LPP-239-MEC-VG-084-V O AS FORGED O AFTER HYDROTEST
_MATERAL  OComr  @WREBRUSHING
TEMP
-1, SOPNO - STAGE OF EXAMINATION :
) (O BEFORE/AFTER PWHT (O BEFORE/AFTER REPAIR
O BEFORE/AFTER HYDROTEST @ OTHER
EQUIPMENT
TYPE OF MAGNETIC OAc Obc @ PERMANENT
MAGNETIC METHOD @ WET VISIBLE O POWDER O OTHER
PRODUK: MANUFACTURER: DESCRIPTION:  WELD PROCESS FCAW
7HF 110741 MAGNAFLUX
CLEANER - MAGNAFLUX
wcP 2001268 MAGNAFLUX
MT APPLICATION:
@ SPRAYING BLACK LIGHT INTENSITY - uw/cm?
O BRUSHING LIGHT INTENSITY 1080 Lii
[ —— WELDER | WELD SIZE (mm) RESULT e — WELDER WELD SIZE (mm) RESULT
STAMP | PROCESS | LINEAR | ROUNDED |ACC| REJ STAMP | PROCESS | LINEAR | ROUNDED |ACC| REJ
\ JT-05 SR-0904 | FCAW . - v | -
-

PT. HANAZONO ENGINEERING PT. PERUSAHAAN LISTRIK NEGARA
PT. TITIAN LANCAR ABADI INDONESIA PT. REKAYASA INDUSTRI (PERSERO) UIP NUSA TENGGARA
ASNT MT LEVEL Il : KRISNO Benridho Gan Gan Dgrmawan
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PT. TITIAN LANCAR ABADI

NDT INSPECTION & CERTIFICATION
SPECIALIST :
NON DESTRUCTIVE (NDT - POST WELD HEAT TREATMENT (PWHT) - PRESSURE TESTING (PST)
INSPECTION AND CERTIFICATION - TECHNICAL ~ NDT EQUIPMENT SUPPLIER
Head Office :Kp. Gunung Buntu, RT. 005/ RW. 003, Ds. Banyuwangi,
Kec. Puio Ampel, Kab. Serang, Prov. Banten - INDONESIA 42455

: Perumahan Taman Cilegon Cluster C.
Blok G7 No. 16 Kota Cilegon, Prov. Banten - INDONESIA 42413

Phone. (0254) 781-8985
E-mail. @gmail.com
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MAGNETIC TEST EXAMINATION REPORT

PROJECT LOMBOK CFSPP FTP-2 (2x50MW) REPORT NO 224/MT/TLA/XI/2024
CLIENT PT. HANAZONO ENGINEERING INDONESIA SHEET NO 1 OF 1
OWNER PT. REKAYASA INDUSTRI TIME 08.00 - 17.00 WIB.
PROCEDURE LPP-239-MEC-VP-010-V LOCATION WORKSHOP
ACC. CRITERIA AWS D1.1 INSPECTION DATE November 29, 2024
DETAIL OF JOB
SUBJECT PROTECTION HS PIPES SURFACE PREPARATION :
ITEM NO C 150 HOT ROOF @ AS WELDED QO As cAST
UNIT NO SEGMENT 7-2 (O AS ROLLED (O AFTER PWHT
DWG NO LPP-239-MEC-VG-084-V O AS FORGED (O AFTER HYDROTEST
 MATERAL s  QotHeR  @WREBRUSHING
TEMP AMBIENT
-4, SOP NO - STAGE OF EXAMINATION :
) O BEFORE/AFTER PWHT (O BEFORE/AFTER REPAIR
O BEFORE/AFTER HYDROTEST @ OTHER
EQUIPMENT
TYPE OF MAGNETIC OAC Onbc @ PERMANENT
MAGNETIC METHOD @ WET VISIBLE O POWDER O OTHER
PRODUK: MANUFACTURER: DESCRIPTION:  WELD PROCESS FCAW
7HF 110741 MAGNAFLUX
CLEANER : - MAGNAFLUX
WCP 2001268 MAGNAFLUX
MT APPLICATION:
@ SPRAYING BLACK LIGHT INTENSITY - pw/cm?
O BRUSHING LIGHT INTENSITY 1080 Lux
[ro— WELDER | WELD SIZE (mm) RESULT P ——— WELDER WELD SIZE (mm) RESULT
STAMP | PROCESS | LINEAR | ROUNDED |ACC| REJ STAMP | PROCESS | LINEAR | ROUNDED |ACC| REJ
IT-05 SR-0904 | FCAW 2 = v | -
5

PT. HANAZONO ENGINEERING PT. PERUSAHAAN LISTRIK NEGARA
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PT. TITIAN LANCAR ABADI

NDT INSPECTION & CERTIFICATION

SPECIALIST :

NON DESTRUCTIVE (NDT - POST WELD HEAT TREATMENT (PWHT) - PRESSURE TESTING (PST)
INSPECTION AND CERTIFICATION - TECHNICAL - NDT EQUIPMENT SUPPLIER

Head Office : Kp. Gunung Buntu, RT. 005/ RW. 003, Ds. Banyuwangi,
Kec. Pulo Ampei, Kab. Serang, Prov. Banten - INDONESIA 42455

Phone. (0254) 781-8985
E-mail. @gmail.com

: Perumahan Taman Cilegon Cluster C:
Blok G7 No. 16 Kota Cilegon, Prov. Banten - INDONESIA 42413
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MAGNETIC TEST EXAMINATION REPORT

PROJECT LOMBOK CFSPP FTP-2 (2x50MW) REPORT NO 225/MT/TLA/XI/2024
CLIENT PT. HANAZONO ENGINEERING INDONESIA SHEET NO 1 OF
OWNER PT. REKAYASA INDUSTRI TIME 08.00 - 17.00 WIB.
PROCEDURE LPP-239-MEC-VP-010-V LOCATION WORKSHOP
ACC. CRITERIA AWS D1.1 INSPECTION DATE November 29, 2024
DETAIL OF JOB
SUBJECT PROTECTION HS PIPES SURFACE PREPARATION :
ITEM NO C 150 HOT ROOF @ AS WELDED OAs casT
UNIT NO SEGMENT 7-3 (O AS ROLLED O AFTER PWHT
DWG NO LPP-239-MEC-VG-084-V O AS FORGED (O AFTER HYDROTEST
_MATERAL  ss00 . Oomer  @WREBRUSHNG
TEMP AMBIENT
—\ SOPNO 5 STAGE OF EXAMINATION :
/ O BEFORE/AFTER PWHT (O BEFORE/AFTER REPAIR
(O BEFORE/AFTER HYDROTEST @ OTHER
EQUIPMENT
TYPE OF MAGNETIC OAC Onbc @ PERMANENT
MAGNETIC METHOD @ WET VISIBLE O POWDER (O OTHER
PRODUK: MANUFACTURER: DESCRIPTION:  WELD PROCESS FCAW
7HF 110741 MAGNAFLUX
CLEANER - MAGNAFLUX
WCP 2001268 MAGNAFLUX
MT APPLICATION:
@ SPRAYING BLACK LIGHT INTENSITY . uw/em?
O BRUSHING LIGHT INTENSITY 1080 Lux
P — WELDER | WELD SIZE (mm) RESULT — WELDER WELD SIZE (mm) RESULT
STAMP | PROCESS | LINEAR | ROUNDED |ACC| REJ STAMP | PROCESS | LINEAR | ROUNDED |ACC| REJ
\ JT-05 JH-1006 | FCAW - - v [ -
JV

PT. HANAZONO ENGINEERING PT. PERUSAHAAN LISTRIK NEGARA
PT. TITIAN LANCAR ABADI s
Al INDONESIA PEAREKAYARRINAHATRI (PERSERO) UIP NUSA TENGGARA
ASNT MT LEVELIl : KRISNO Benridho Gan Gap Dermawan
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PT. TITIAN LANCAR ABADI GuAriso

~~ 180 9001:2015
NDT INSPECTION & CERTIFICATION

SPECIALIST :
NON DESTRUCTIVE {NDT - POST WELD HEAT TREATMENT (PWHT) - PRESSURE TESTING (PST) F. ..l K3 T 2
INSPECTION AND CERTIFICATION - TECHNICAL - NDT EQUIPMENT SUPPLIER LTI
: Kp. Gunung Buntu, RT. 005/ RW. 003, Ds. Banyuwangi,
Kec. Puio Ampel, Kab. Serang, Prov. Banten - INDONESIA 42456 | phone. (0254) 781-8985
Branch Office : Perumahan Taman Cllegon Cluster C E-mail. @gmali.com
Blok G7 No. 16 Kota Cilegon, Prov. Banten - INDONESIA 42413
MAGNETIC TEST EXAMINATION REPORT
PROJECT LOMBOK CFSPP FTP-2 (2x50MW) REPORT NO 226/MT/TLA/XI/2024
CLIENT PT. HANAZONO ENGINEERING INDONESIA SHEET NO 1 OF 1
OWNER PT. REKAYASA INDUSTRI TIME 08.00 - 17.00 WIB.
PROCEDURE LPP-239-MEC-VP-010-V LOCATION WORKSHOP
ACC. CRITERIA AWS D1.1 INSPECTION DATE November 29, 2024
DETAIL OF JOB
SUBJECT PROTECTION HS PIPES SURFACE PREPARATION :
ITEM NO C 150 HOT ROOF @ AS WELDED QOAs CAST
UNIT NO SEGMENT 7-4 (O AS ROLLED (OO AFTER PWHT
DWG NO LPP-239-MEC-VG-084-V (O AS FORGED (O AFTER HYDROTEST
_MATERAL  ss0 . Oomer  @WREBRUSHING
TEMP AMBIENT
—{ SOPNO < STAGE OF EXAMINATION :
/ O BEFORE/AFTER PWHT (O BEFORE/AFTER REPAIR
O BEFORE/AFTER HYDROTEST @ OTHER
EQUIPMENT
TYPE OF MAGNETIC : OAc Onc @ PERMANENT
MAGNETIC METHOD : @ WET VISIBLE O POWDER (O OTHER
PRODUK: MANUFACTURER: DESCRIPTION:  WELD PROCESS FCAW
7HF 110741 MAGNAFLUX
CLEANER : - MAGNAFLUX
WCP 2001268 MAGNAFLUX
MT APPLICATION:
@ SPRAYING BLACK LIGHT INTENSITY : - pw/cm?
O BRUSHING LIGHT INTENSITY : 1080 i
LDER | W
N WE ELD SIZE (mm) RESULT J— WELDER WELD SIZE (mm) RESULT
STAMP | PROCESS | LINEAR | ROUNDED [ACC| REJ STAMP | PROCESS | LINEAR | ROUNDED |ACC| REJ
JT-05 JH-1006 | FCAW - N v | -
A
PT. HANAZONO ENGINEERING PT. PERUSAHAAN LISTRIK NEGARA
a Al .
PT. TITIAN LANCAR ABADI INGGNESIk PT. REKAYASA INDUSTRI (PERSERO) UIP NUSA TENGGARA
' '
ASNT MT LEVEL Il : KRISNO Benridho Gan Gan Dermawan
; 1A
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