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NDT INSPECTION & CERTIFICATION
SPECIALIST :
NON DESTRUCTIVE (NDT - POST WELD HEAT TREATMENT (PWHT) - PRESSURE TESTING (PST) Fll.l K3
INSPECTION AND CERTIFICATION - TECHNICAL - NDT EQUIPMENT SUPPLIER
Head ce :Kp. Gunung Buntu, RT. 005/ RW. 003, Ds. Banyuwangi, I s o
Kec. Pulo Ampel, Kab. Serang, Prov. Banten - INDONESIA 42455 Phone. (0254) 781-8985 Proreies
Branch Office : Perumahan Taman Cilegon Cluster Catalonia E-mail. pttitian889@gmail.com
Blok G7 No. 16 Kota Cilegon, Prov. Banten - INDONESIA 42413
MAGNETIC TEST EXAMINATION REPORT
PROJECT LOMBOK CFSPP FTP-2 (2x50MW) REPORT NO 171/MT/TLA/X/2024
CLIENT PT. HANAZONO ENGINEERING INDONESIA SHEET NO 1 OF 1
OWNER PT. REKAYASA INDUSTRI TIME 08.00 - 17.00 WIB.
PROCEDURE LPP-239-MEC-VP-010-V LOCATION WORKSHOP
ACC. CRITERIA AWS D1.1 INSPECTION DATE October 18, 2024
DETAIL OF JOB
SUBJECT CONFUSER SURFACE PREPARATION :
ITEM NO ELEMENT 8 @ AS WELDED OAS CAST
UNIT NO 1 (O AS ROLLED O AFTER PWHT
DWG NO LPP-239-MEC-VG-136-V O AS FORGED O AFTER HYDROTEST
MATERIAL SS400 O OTHER @ WIRE BRUSHING
TEMP AMBIENT
,#~S0P NO - STAGE OF EXAMINATION :
1\ O BEFORE/AFTER PWHT (O BEFORE/AFTER REPAIR
O BEFORE/AFTER HYDROTEST @ OTHER
EQUIPMENT
TYPE OF MAGNETIC OAc Ooc @ PERMANENT
MAGNETIC METHOD @ WET VISIBLE O POWDER O OTHER
PRODUK: MANUFACTURER: DESCRIPTION:  WELD PROCESS FCAW
7HF 110741 MAGNAFLUX
CLEANER - MAGNAFLUX
WCP 2001268 MAGNAFLUX
MT APPLICATION:
@ SPRAYING BLACK LIGHT INTENSITY - uw/cm?
O BRUSHING LIGHT INTENSITY 1080 T
WELDER WELD SIZE RESULT RESULT
B (mm) SuU —_— WELDER WELD SIZE (mm) SU
L STAMP | PROCESS | LINEAR | ROUNDED |ACC| REJ STAMP | PROCESS | LINEAR | ROUNDED |ACC| REJ
1 JT-06 RM-1206 | FCAW = 5 v 2
-
pi
PT. HANAZONO ENGINEERING PT. PERUSAHAAN LISTRIK NEGARA
PT. TITIAN LANCA ;
TIA CARMRAD INDONESIA BTREKAF 2AINDUSTRI / (PERSERO) UIP NUSA TENGGARA
ASNT MT LEVEL Il : KRISNO Benridho Gan Gan Dermawan
DATE  October 18, 2024 OLY |4, 2o I8 - ifip -2k




(&9

PT. TITIAN LANCAR ABADI

NDT INSPECTION & CERTIFICATION

Head Office

SPECIALIST :
NON DESTRUCTIVE (NDT - POST WELD HEAT TREATMENT (PWHT) - PRESSURE TESTING (PST)
INSPECTION AND CERTIFICATION - TECHNICAL - NDT EQUIPMENT SUPPLIER

: Kp. Gunung Buntu, RT. 005/ RW. 003, Ds. Banyuwangi,
Kec. Pulo Ampel, Kab. Serang, Prov. Banten - INDONESIA 42455 Phone. (0254) 781-8985

: Perumahan Taman Cilegon Cluster Catalonia E-mail. pttitian889@gmail.com

Blok G7 No. 16 Kota Cilegon, Prov. Banten - INDONESIA 42413

MAGNETIC TEST EXAMINATION REPORT

PROJECT LOMBOK CFSPP FTP-2 (2x50MW) REPORT NO 172/MT/TLA/X/2024
CLIENT PT. HANAZONO ENGINEERING INDONESIA SHEET NO 1 OF
OWNER PT. REKAYASA INDUSTRI TIME 08.00 - 17.00 WIB.
PROCEDURE LPP-239-MEC-VP-010-V LOCATION WORKSHOP
ACC. CRITERIA AWS D1.1 INSPECTION DATE  October 18, 2024
DETAIL OF JOB
SUBJECT CONFUSER SURFACE PREPARATION :
ITEM NO ELEMENT 8 @ AS WELDED OAscasT
UNIT NO 2 O AS ROLLED O AFTER PWHT
DWG NO LPP-239-MEC-VG-136-V O AS FORGED (O AFTER HYDROTEST
MATERIAL $5400 O OTHER @ WIRE BRUSHING
TEMP AMBIENT
"~ SOP NO - STAGE OF EXAMINATION :
ﬁ O BEFORE/AFTER PWHT (O BEFORE/AFTER REPAIR
O BEFORE/AFTER HYDROTEST @ OTHER
EQUIPMENT
TYPE OF MAGNETIC OAc Onoc @ PERMANENT
MAGNETIC METHOD @ WET VISIBLE O POWDER O OTHER
PRODUK: MANUFACTURER: DESCRIPTION:  WELD PROCESS FCAW
THF 110741 MAGNAFLUX
CLEANER - MAGNAFLUX
WCP 2001268 MAGNAFLUX
MT APPLICATION:
@ SPRAYING BLACK LIGHT INTENSITY s pw/cm?
QO BRUSHING LIGHT INTENSITY 1080 L
WELDER | WELD 1ZE T WELDER WELD 2 RESULT
JOINT NO SIge Grin) L JOINT NO SIEE (nim) J
STAMP | PROCESS | LINEAR | ROUNDED |ACC| REJ STAMP | PROCESS | LINEAR | ROUNDED |ACC| REJ
JT-06 AF-1307 | FCAW = . v | -

PT. HANAZONO ENGINEERING PT. PERUSAHAAN LISTRIK NEGARA
PT. TITIAN LANCAR ABADI PT. REKAYASA IND
INDONESIA /(% USTRI (PERSERO) UIP NUSA TENGGARA
ASNT MT LEVEL Il : KRISNO Benridho Gan Gan Derm;lvan
DATE : October 18, 2024 olr 19, 20 6 -(0 2N
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PT. TITIAN LANCAR ABADI

NDT INSPECTION & CERTIFICATION
SPECIALIST :
NON DESTRUCTIVE (NDT - POST WELD HEAT TREATMENT (PWHT) - PRESSURE TESTING (PST)
INSPECTION AND CERTIFICATION - TECHNICAL - NDT EQUIPMENT SUPPLIER
: Kp. Gunung Buntu, RT. 005/ RW. 003, Ds. Banyuwangi,
Kec. Pulo Ampel, Kab. Serang, Prov. Banten - INDONESIA 42455

Branch Office : Perumahan Taman Cilegon Cluster Catalonia
Blok G7 No. 16 Kota Cilegon, Prov. Banten - INDONESIA 42413

Hea:

Phone. (0254) 781-8985
E-mail. pttitian889@gmail.com

@iua

"= 1S0 9001:2015

MAGNETIC TEST EXAMINATION REPORT

PROJECT LOMBOK CFSPP FTP-2 (2X50MW) REPORT NO 173/MT/TLA/X/2024
CLIENT PT. HANAZONO ENGINEERING INDONESIA SHEET NO 1 OF 1
OWNER PT. REKAYASA INDUSTRI TIME 08.00 - 17.00 WIB.
PROCEDURE LPP-239-MEC-VP-010-V LOCATION WORKSHOP
ACC. CRITERIA AWS D1.1 INSPECTION DATE  October 18, 2024
DETAIL OF JOB
SUBJECT CONFUSER SURFACE PREPARATION :
ITEM NO ELEMENT 9 @ AS WELDED OAs casT
UNIT NO 1 O AS ROLLED O AFTER PWHT
DWG NO LPP-239-MEC-VG-136-V O AS FORGED O AFTER HYDROTEST
MATERIAL $S400 O OTHER @ WIRE BRUSHING
TEMP AMBIENT
~ SOP NO - STAGE OF EXAMINATION :
O BEFORE/AFTER PWHT (O BEFORE/AFTER REPAIR
O BEFORE/AFTER HYDROTEST @ OTHER
EQUIPMENT
TYPE OF MAGNETIC OAc Oobc @ PERMANENT
MAGNETIC METHOD @ WET VISIBLE O POWDER O OTHER
PRODUK: MANUFACTURER: DESCRIPTION:  WELD PROCESS FCAW

7HF 110741 MAGNAFLUX
CLEANER - MAGNAFLUX
wce 2001268 MAGNAFLUX

MT APPLICATION:

@ SPRAYING BLACK LIGHT INTENSITY - uw/cm?

O BRUSHING LIGHT INTENSITY 1080 Lux

ELDER WELD IZE RESULT WELDER ELD SIZE RESULT
JOINT NO w oI (o) JOINT NO W {mam}
STAMP | PROCESS | LINEAR | ROUNDED |ACC| REJ STAMP | PROCESS | LINEAR | ROUNDED |ACC| REJ
JT-06 AF-1307 | FCAW = - v | -

PT. HANAZONO ENGINEERING PT. PERUSAHAAN LISTRIK NEGARA
PT. LANCAR ABADI . REKA N
T HIHANEANG INDONESIA PT-R V7IA' DUSTRI / (PERSERO) UIP NUSA TENGGARA
\
ASNT MT LEVEL Il : KRISNO Benridho Ggn Gan Dermawan
DATE . October 18, 2024 bLE 14, Totq v [O-( 0.2
~
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PT. TITIAN LANCAR ABADI Guariso

1SO 9001:2015
NDT INSPECTION & CERTIFICATION
SPECIALIST :
NON DESTRUCTIVE (NDT - POST WELD HEAT TREATMENT (PWHT) - PRESSURE TESTING (PST)
INSPECTION AND CERTIFICATION - TECHNICAL - NDT EQUIPMENT SUPPLIER

Head Office :Kp. Gunung Buntu, RT. 005/ RW. 003, Ds. Banyuwangi,
Kec. Pulo Ampel, Kab. Serang, Prov. Banten - INDONESIA 42455

Phone. (0254) 781-8985

: Perumahan Taman Cilegon Cluster Catalonia | E-mail- pttitian889@gmail.com

Blok G7 No. 16 Kota Cilegon, Prov. Banten - INDONESIA 42413

MAGNETIC TEST EXAMINATION REPORT

PROJECT LOMBOK CFSPP FTP-2 (2x50MW) REPORT NO 174/MT/TLA/X/2024
CLIENT PT. HANAZONO ENGINEERING INDONESIA SHEET NO 1 OF 1
OWNER PT. REKAYASA INDUSTRI TIME 08.00 - 17.00 WIB.
PROCEDURE LPP-239-MEC-VP-010-V LOCATION WORKSHOP
ACC. CRITERIA AWS D1.1 INSPECTION DATE  October 18, 2024
DETAIL OF JOB
SUBJECT CONFUSER SURFACE PREPARATION :
ITEM NO ELEMENT 9 @ AS WELDED OAs casT
UNIT NO 2 O AS ROLLED O AFTER PWHT
DWG NO LPP-239-MEC-VG-136-V O AS FORGED O AFTER HYDROTEST
MATERIAL 55400 O OTHER @ WIRE BRUSHING
TEMP AMBIENT
S0P NO - STAGE OF EXAMINATION :
( O BEFORE/AFTER PWHT (O BEFORE/AFTER REPAIR
O BEFORE/AFTER HYDROTEST @ OTHER
EQUIPMENT
TYPE OF MAGNETIC OAc Oobc @ PERMANENT
MAGNETIC METHOD @ WET VISIBLE O POWDER O OTHER
PRODUK: MANUFACTURER: DESCRIPTION:  WELD PROCESS FCAW
THF 110741 MAGNAFLUX
CLEANER - MAGNAFLUX
WCP 2001268 MAGNAFLUX
MT APPLICATION:
@ SPRAYING BLACK LIGHT INTENSITY - uw/cm?
O BRUSHING LIGHT INTENSITY 1080 T
ER WELD IZE LT R WELD SIZE RESULT
[E— WELD SIZE (mm) RESU — WELDE E (mm)
STAMP | PROCESS | LINEAR | ROUNDED |ACC| REJ STAMP | PROCESS | LINEAR | ROUNDED |[ACC| REJ
JT-06 JH-1006 | FCAW = - v | -

PT. HANAZONO ENGINEERING PT. PERUSAHAAN LISTRIK NEGARA
PT. TITIAN LANCAR PT/ REKAYASA INDUS
ARABI INDONESIA /% TRI. (PERSERO) UIP NUSA TENGGARA
\
ASNT MT LEVEL Il : KRISNO Benridho
DATE : October 18, 2024 et lQ[ o
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PT. TITIAN LANCAR ABADI Gua

NDT INSPECTION & CERTIFICATION
SPECIALIST :
NON DESTRUCTIVE (NDT - POST WELD HEAT TREATMENT (PWHT) - PRESSURE TESTING (PST)
INSPECTION AND CERTIFICATION - TECHNICAL - NDT EQUIPMENT SUPPLIER

FISO

1SO 9001:2015

Head Office : Kp. Gunung Buntu, RT. 005/ RW. 003, Ds. Banyuwangi,
Kec. Pulo Ampel, Kab. Serang, Prov. Banten - INDONESIA 42455

Branch Office : Perumahan Taman Cilegon Cluster Catalonia
Blok G7 No. 16 Kota Cilegon, Prov. Banten - INDONESIA 42413

Phone. (0254) 781-8985
E-mail. pttitian889@gmail.com

MAGNETIC TEST EXAMINATION REPORT

PROJECT LOMBOK CFSPP FTP-2 (2X50MW) REPORT NO 175/MT/TLA/X/2024
CLIENT PT. HANAZONO ENGINEERING INDONESIA SHEET NO 1 OF 1
OWNER PT. REKAYASA INDUSTRI TIME ~ 08.00-17.00 WIB.
PROCEDURE LPP-239-MEC-VP-010-V LOCATION WORKSHOP
ACC. CRITERIA AWS D1.1 INSPECTION DATE October 18, 2024
DETAIL OF JOB
SUBJECT CONFUSER SURFACE PREPARATION :
ITEM NO ELEMENT 10 @ AS WELDED QOAS CAST
UNIT NO 1 QO AS ROLLED O AFTER PWHT
DWG NO LPP-239-MEC-VG-133-V O AS FORGED O AFTER HYDROTEST
MATERIAL $5400 O OTHER @ WIRE BRUSHING
TEMP AMBIENT
“~SOP NO - STAGE OF EXAMINATION :
_ O BEFORE/AFTER PWHT (O BEFORE/AFTER REPAIR
O BEFORE/AFTER HYDROTEST @ OTHER
EQUIPMENT
TYPE OF MAGNETIC O AC Ooc @ PERMANENT
MAGNETIC METHOD @ WET VISIBLE O POWDER QO OTHER
PRODUK: MANUFACTURER: DESCRIPTION:  WELD PROCESS FCAW
7HF 110741 MAGNAFLUX
CLEANER : - MAGNAFLUX
WCP 2001268 MAGNAFLUX
MT APPLICATION:
@ SPRAYING BLACK LIGHT INTENSITY : - uw/cm?
O BRUSHING LIGHT INTENSITY 1080 T
WELDER WELD IZE DER WELD 1z RESULT
JOINT NO SIZE (mm) RESULT JOINT NO WEL SIZE (mm)
STAMP | PROCESS | LINEAR | ROUNDED |ACC| REJ STAMP | PROCESS [ LINEAR | ROUNDED |ACC| REJ
JT-06 RM-1206 | FCAW = = v | -

PT. HANAZONO ENGINEERING PT. PERUSAHAAN LISTRIK NEGARA
PT. TITIAN LANCAR ABADI PT. REKAYASA IND
INDONESIA 7‘ o (PERSERO) UIP NUSA TENGGARA
L
ASNT MT LEVEL Il : KRISNO Benridho Gan Gan Dermawan
DATE : October 18, 2024 bir 1y, W\ I (018 A

P




PT. TITIAN LANCAR ABADI

NDT INSPECTION & CERTIFICATION
SPECIALIST :
NON DESTRUCTIVE (NDT - POST WELD HEAT TREATMENT (PWHT) - PRESSURE TESTING (PST)
INSPECTION AND CERTIFICATION - TECHNICAL - NDT EQUIPMENT SUPPLIER

Head Office : Kp. Gunung Buntu, RT. 005/ RW. 003, Ds. Banyuwangi,
Kec. Pulo Ampel, Kab. Serang, Prov. Banten - INDONESIA 42455

&

Phone. (0254) 781-8985
: Perumahan Taman Cilegon Cluster Catalonia | E-mail. pttitian889@gmail.com

Blok G7 No. 16 Kota Cilegon, Prov. Banten - INDONESIA 42413

Guariso

== 1SO 9001:2015

MAGNETIC TEST EXAMINATION REPORT

PROJECT LOMBOK CFSPP FTP-2 (2x50MW) REPORT NO 176/MT/TLA/X/2024
CLIENT PT. HANAZONO ENGINEERING INDONESIA SHEET NO 1 OF 7 1
OWNER PT. REKAYASA INDUSTRI TIME 08.00 - 17.00 WIB.
PROCEDURE LPP-239-MEC-VP-010-V LOCATION WORKSHOP
ACC. CRITERIA AWS D1.1 INSPECTION DATE October 18, 2024
DETAIL OF JOB
SUBJECT CONFUSER SURFACE PREPARATION :
ITEM NO ELEMENT 10 @ AS WELDED OAs casT
UNIT NO 2 O AS ROLLED O AFTER PWHT
DWG NO LPP-239-MEC-VG-133-V O AS FORGED O AFTER HYDROTEST
MATERIAL $5400 O OTHER @ WIRE BRUSHING
TEMP AMBIENT
SOP NO - STAGE OF EXAMINATION :
O BEFORE/AFTER PWHT (O BEFORE/AFTER REPAIR
O BEFORE/AFTER HYDROTEST @ OTHER
EQUIPMENT
TYPE OF MAGNETIC OAc Oobc @ PERMANENT
MAGNETIC METHOD @ WET VISIBLE O POWDER O OTHER
PRODUK: MANUFACTURER: DESCRIPTION:  WELD PROCESS FCAW

7HF 110741 MAGNAFLUX
CLEANER : - MAGNAFLUX
WCP 2001268 MAGNAFLUX

MT APPLICATION:

@ SPRAYING BLACK LIGHT INTENSITY - uw /em?

QO BRUSHING LIGHT INTENSITY 1080 T

WELDER WELD 1ZE RESULT WELD SIZE RESULT
JOINT NO AIEE () joiNTNo | WELDER (i)
STAMP | PROCESS | LINEAR | ROUNDED |ACC| REJ STAMP | PROCESS | LINEAR | ROUNDED |ACC| REJ
JT-06 AF-1307 | FCAW 2 = v -

PT. HANAZONO ENGINEERING PT. PERUSAHAAN LISTRIK NEGARA
PT. TITIAN LANCAR ABADI PT. REKA Al
INDONESIA ”‘S EpUTA| A (PERSERO) UIP NUSA TENGGARA
'
ASNT MT LEVEL Il : KRISNO Benridho Gan Gan Dermawan
DATE : October 18, 2024 bls 9, 2ot~ / oy - |0 - ’2/\
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PT. TITIAN LANCAR ABADI

NDT INSPECTION & CERTIFICATION
SPECIALIST :
NON DESTRUCTIVE (NDT - POST WELD HEAT TREATMENT (PWHT) - PRESSURE TESTING (PST)
INSPECTION AND CERTIFICATION - TECHNICAL - NDT EQUIPMENT SUPPLIER

Head Office : Kp. Gunung Buntu, RT. 005/ RW. 003, Ds. Banyuwangi.
Kec. Pulo Ampel, Kab. Serang, Prov. Banten - INDONESIA 42455

D

Phone. (0254) 781-8985

: Perumahan Taman Cilegon Cluster Catalonia | E-mail- pttitian889@gmail.com

Blok G7 No. 16 Kota Cilegon, Prov. Banten - INDONESIA 42413

MAGNETIC TEST EXAMINATION REPORT

<

PROJECT LOMBOK CFSPP FTP-2 (2x50MW) REPORT NO 177/MT/TLA/X/2024
CLIENT PT. HANAZONO ENGINEERING INDONESIA SHEET NO 1 OF 1
OWNER PT. REKAYASA INDUSTRI TIME 08.00 - 17.00 WIB.
PROCEDURE LPP-239-MEC-VP-010-V LOCATION WORKSHOP
ACC. CRITERIA AWS D1.1 INSPECTION DATE  October 18, 2024
DETAIL OF JOB
SUBJECT CONFUSER SURFACE PREPARATION :
ITEM NO ELEMENT 11 @ AS WELDED QO AS CAST
UNIT NO 1 O ASROLLED O AFTER PWHT
DWG NO LPP-239-MEC-VG-134-V O AS FORGED O AFTER HYDROTEST
MATERIAL 55400 O OTHER @ WIRE BRUSHING
TEMP AMBIENT
~SOP NO - STAGE OF EXAMINATION :
O BEFORE/AFTER PWHT (O BEFORE/AFTER REPAIR
O BEFORE/AFTER HYDROTEST @ OTHER
EQUIPMENT
TYPE OF MAGNETIC OAc Ooc @ PERMANENT
MAGNETIC METHOD @ WET VISIBLE O POWDER O OTHER
PRODUK: MANUFACTURER: DESCRIPTION:  WELD PROCESS FCAW
THF 110741 MAGNAFLUX
CLEANER : - MAGNAFLUX
WCP 2001268 MAGNAFLUX
MT APPLICATION:
@ SPRAYING BLACK LIGHT INTENSITY - uw/em?
O BRUSHING LIGHT INTENSITY 1080 Tiix
WELDER WELD 1ZE LT IZE RESULT
JOINT NO D L SIZE (mm) RESU JOINT NO WELDER WELD SIZE (mm)
i STAMP | PROCESS | LINEAR | ROUNDED |ACC| REJ STAMP | PROCESS| LINEAR | ROUNDED |[ACC| REJ
JT-06 RM-1206 | FCAW = - v | -

PT. HANAZONO ENGINEERING PT. PERUSAHAAN LISTRIK NEGARA
PT. TITIAN LANCAR PT. REKAYA$A INDUSTRI
ABADI INDONESIA /} Y (PERSERO) UIP NUSA TENGGARA
ASNT MT LEVEL Il : KRISNO Benridho Gan Gan Dermawan
DATE : October 18, 2024 LA Ly, OWM | 0 - |0 -ZA




PT. TITIAN LANCAR ABADI

NDT INSPECTION & CERTIFICATION
SPECIALIST :
NON DESTRUCTIVE (NDT - POST WELD HEAT TREATMENT (PWHT) - PRESSURE TESTING (PST)
INSPECTION AND CERTIFICATION - TECHNICAL - NDT EQUIPMENT SUPPLIER

Head Office : Kp. Gunung Buntu, RT. 005/ RW. 003, Ds. Banyuwangi,
Kec. Pulo Ampel, Kab. Serang, Prov. Banten - INDONESIA 42455

&

Phone. (0254) 781-8985

: Perumahan Taman Cilegon Cluster Catalonia E-mail. pttitian889@gmail.com

Blok G7 No. 16 Kota Cilegon, Prov. Banten - INDONESIA 42413

P

&LaFiISo

e

1SO 9001:2015

MAGNETIC TEST EXAMINATION REPORT

PROJECT LOMBOK CFSPP FTP-2 (2x50MW) REPORT NO 178/MT/TLA/X/2024
CLIENT PT. HANAZONO ENGINEERING INDONESIA SHEET NO 1 OF 1
OWNER PT. REKAYASA INDUSTRI TIME 08.00- 17.00 WIB.
PROCEDURE LPP-239-MEC-VP-010-V LOCATION WORKSHOP
ACC. CRITERIA AWS D1.1 INSPECTION DATE October 18, 2024
DETAIL OF JOB
SUBJECT CONFUSER SURFACE PREPARATION :
ITEM NO ELEMENT 11 @ AS WELDED OAs casT
UNIT NO 2 O AS ROLLED O AFTER PWHT
DWG NO LPP-239-MEC-VG-134-V O AS FORGED O AFTER HYDROTEST
MATERIAL $5400 O OTHER @ WIRE BRUSHING
TEMP AMBIENT
— SOP NO - STAGE OF EXAMINATION :
O BEFORE/AFTER PWHT (O BEFORE/AFTER REPAIR
O BEFORE/AFTER HYDROTEST @ OTHER
EQUIPMENT
TYPE OF MAGNETIC OAc Oobc @ PERMANENT
MAGNETIC METHOD @ WET VISIBLE O POWDER O OTHER
PRODUK: MANUFACTURER: DESCRIPTION:  WELD PROCESS FCAW

7HF 110741 MAGNAFLUX
CLEANER = MAGNAFLUX
wce 2001268 MAGNAFLUX

MT APPLICATION:

@ SPRAYING BLACK LIGHT INTENSITY uw/cm?

QO BRUSHING LIGHT INTENSITY 1080 Lux

WELDER | WELD I RESULT WELDER IZE LT
J— SIZE (mm) suU JOINT NO WELD SIZE (mm) RESU
STAMP | PROCESS | LINEAR | ROUNDED |ACC| REJ STAMP | PROCESS [ LINEAR | ROUNDED |ACC| REJ
AF-1307 | FCAW - - v | -

( JT-06

: N INEERIN : AN LI RA

PT. TITIAN LANCAR ABADI FI-HANAZONDENG G PT. REKAYASH INDUSTRI PR RS L DI e
INDONESIA (PERSERO) UIP NUSA TENGGARA

ASNT MT LEVEL Il : KRISNO Benridho Gan Gan Dermawan

DATE : October 18, 2024 pUt 1. Lol 4 & {0~ A




PT. TITIAN LANCAR ABADI

- 4 NDT INSPECTION & CERTIFICATION

SPECIALIST :
NON DESTRUCTIVE (NDT - POST WELD HEAT TREATMENT (PWHT) - PRESSURE TESTING (PST)
INSPECTION AND CERTIFICATION - TECHNICAL - NDT EQUIPMENT SUPPLIER
He Offic: : Kp. Gunung Buntu, RT. 005/ RW. 003, Ds. Banyuwangi,
Kec. Pulo Ampel, Kab. Serang, Prov. Banten - INDONESIA 42455 Phone. (0254) 781-8985

Branch Office : Perumahan Taman Cilegon Cluster Catalonia E-mail. pttitian889@gmail.com

Blok G7 No. 16 Kota Cilegon, Prov. Banten - INDONESIA 42413

& LIAF SO

“¥—"1S0O 9001:2015
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MAGNETIC TEST EXAMINATION REPORT

PROJECT LOMBOK CFSPP FTP-2 (2x50MW) REPORT NO 179/MT/TLA/X/2024 7
CLIENT PT. HANAZONO ENGINEERING INDONESIA SHEET NO 1 OF 1
OWNER PT. REKAYASA INDUSTRI TIME 08.00 - 17.00 WIB.
PROCEDURE LPP-239-MEC-VP-010-V LOCATION WORKSHOP
ACC. CRITERIA AWS D1.1 INSPECTION DATE  October 18, 2024
DETAIL OF JOB
SUBJECT CONFUSER SURFACE PREPARATION :
ITEM NO ELEMENT 14 @ AS WELDED OAs casT
UNIT NO 1 O AS ROLLED O AFTER PWHT
DWG NO LPP-239-MEC-VG-133-V O As FORGED O AFTER HYDROTEST
MATERIAL $5400 O OTHER @ WIRE BRUSHING
TEMP AMBIENT
SOP NO = STAGE OF EXAMINATION :
(O BEFORE/AFTER PWHT (O BEFORE/AFTER REPAIR
O BEFORE/AFTER HYDROTEST @ OTHER
EQUIPMENT
TYPE OF MAGNETIC OAc Onbc @ PERMANENT
MAGNETIC METHOD @ WET VISIBLE O POWDER O OTHER
PRODUK: MANUFACTURER: DESCRIPTION:  WELD PROCESS FCAW

7HF : 110741 MAGNAFLUX
CLEANER : - MAGNAFLUX
wCP 2001268 MAGNAFLUX

MT APPLICATION:

@ SPRAYING BLACK LIGHT INTENSITY - uw/cm?

O BRUSHING LIGHT INTENSITY 1080 T

WE WELD SIZE T WE WELD SIZE RESULT
R LDER (mm) RESUL S LDER (mm)
STAMP | PROCESS | LINEAR | ROUNDED |ACC| REJ STAMP | PROCESS [ LINEAR | ROUNDED |ACC| REJ
JT-06 RM-1206 | FCAW - = v -

PT. HANAZONO ENGINEERING PT. PERUSAHAAN LISTRIK NEGARA
PT. TITIAN PT. REKAYA
LANCARIADADN INDONESIA T )/ =INDLSIR (PERSERO) UIP NUSA TENGGARA
ASNT MT LEVEL Il : KRISNO Benridho Gan Gan Dermawan
DATE : October 18, 2024 Ok 19, Towa / 1o 10- 4
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PT. TITIAN LANCAR ABADI Guariso

NDT INSPECTION & CERTIFICATION

== 1S0 9001:2015

SPECIALIST :
NON DESTRUCTIVE (NDT - POST WELD HEAT TREATMENT (PWHT) - PRESSURE TESTING (PST)
INSPECTION AND CERTIFICATION - TECHNICAL - NDT EQUIPMENT SUPPLIER
Head Office : Kp. Gunung Buntu, RT. 005/ RW. 003, Ds. Banyuwangi,
Kec. Pulo Ampel, Kab. Serang, Prov. Banten - INDONESIA 42455 Phone. (0254) 781-8985
Branch Office : Perumahan Taman Cilegon Cluster Catalonia E-mail. ptiitian889@gmail.com
Blok G7 No. 16 Kota Cilegon, Prov. Banten - INDONESIA 42413
MAGNETIC TEST EXAMINATION REPORT
PROJECT LOMBOK CFSPP FTP-2 (2x50MW) REPORT NO 180/MT/TLA/X/2024
CLIENT PT. HANAZONO ENGINEERING INDONESIA SHEET NO 1 OF 1
OWNER PT. REKAYASA INDUSTRI TIME 08.00 - 17.00 WIB.
PROCEDURE LPP-239-MEC-VP-010-V LOCATION WORKSHOP
ACC. CRITERIA AWS D1.1 INSPECTION DATE  October 18, 2024
DETAIL OF JOB
SUBJECT CONFUSER SURFACE PREPARATION :
ITEM NO ELEMENT 14 @ AS WELDED OAs cAasT
UNITNO 2 O AS ROLLED O AFTER PWHT
DWG NO LPP-239-MEC-VG-133-V O AS FORGED O AFTER HYDROTEST
MATERIAL S5400 O OTHER @ WIRE BRUSHING
! TEMP AMBIENT
SOP NO - STAGE OF EXAMINATION :
( O BEFORE/AFTER PWHT (O BEFORE/AFTER REPAIR
O BEFORE/AFTER HYDROTEST @ OTHER
EQUIPMENT
TYPE OF MAGNETIC O AC Onbc @ PERMANENT
MAGNETIC METHOD @ WET VISIBLE O POWDER O OTHER
PRODUK: MANUFACTURER: DESCRIPTION:  WELD PROCESS FCAW
7HF 110741 MAGNAFLUX
CLEANER - MAGNAFLUX
WCP 2001268 MAGNAFLUX
MT APPLICATION:
@ SPRAYING BLACK LIGHT INTENSITY - uw/cm?
O BRUSHING LIGHT INTENSITY 1080 T
WELDER W IZE RESULT W WELD SIZE RESULT
JOINT NO ELD SIZE (mm) SuU JOINT NO ELDER (mm)
STAMP | PROCESS | LINEAR | ROUNDED |ACC| REJ STAMP | PROCESS | LINEAR | ROUNDED |ACC| REJ
( 1T-06 RM-1206 | FCAW B = v | -
/)
PT. HANAZONO ENGINEERING PT. PERUSAHAAN LISTRIK NEGARA
PT. TITIAN LANCAR ABADI s PT. REKAYASA INDUSTRI ) (PERSERO) UIP NUSA TENGGARA
A
ASNT MT LEVEL Il : KRISNO Benridho Gan Gan Dermawan
DATE : October 18, 2024 OU 1y, ZOWA J (50 XX
\E




PT. TITIAN LANCAR ABADI

NDT INSPECTION & CERTIFICATION
SPECIALIST :
NON DESTRUCTIVE (NDT - POST WELD HEAT TREATMENT (PWHT) - PRESSURE TESTING (PST)
INSPECTION AND CERTIFICATION - TECHNICAL - NDT EQUIPMENT SUPPLIER

: Kp. Gunung Buntu, RT. 005/ RW. 003, Ds. Banyuwangi,
Kec. Pulo Ampel, Kab. Serang, Prov. Banten - INDONESIA 42455

Hea:

Phone. (0254) 781-8985

: Perumahan Taman Cilegon Cluster Catalonia E-mail. pttitian889@gmail.com

Blok G7 No. 16 Kota Cilegon, Prov. Banten - INDONESIA 42413

MAGNETIC TEST EXAMINATION REPORT

PROJECT LOMBOK CFSPP FTP-2 (2x50MW) REPORT NO 181/MT/TLA/X/2024
CLIENT PT. HANAZONO ENGINEERING INDONESIA SHEET NO 1 OF 1
OWNER PT. REKAYASA INDUSTRI TIME 08.00 - 17.00 WIB.
PROCEDURE LPP-239-MEC-VP-010-V LOCATION WORKSHOP
ACC. CRITERIA AWS D1.1 INSPECTION DATE October 18, 2024
DETAIL OF JOB
SUBJECT CONFUSER SURFACE PREPARATION :
ITEM NO ELEMENT 15 @ AS WELDED OAs casT
UNIT NO 1 O AS ROLLED O AFTER PWHT
DWG NO LPP-239-MEC-VG-134-V O As FORGED (O AFTER HYDROTEST
MATERIAL $5400 O OTHER @ WIRE BRUSHING
TEMP AMBIENT
~ SOP NO = STAGE OF EXAMINATION :
( . O BEFORE/AFTER PWHT (O BEFORE/AFTER REPAIR
O BEFORE/AFTER HYDROTEST @ OTHER
EQUIPMENT
TYPE OF MAGNETIC OAc Obc @ PERMANENT
MAGNETIC METHOD @ WET VISIBLE O POWDER O OTHER
PRODUK: MANUFACTURER: DESCRIPTION:  WELD PROCESS FCAW
7HF 110741 MAGNAFLUX
CLEANER - MAGNAFLUX
WCP 2001268 MAGNAFLUX
MT APPLICATION:
@ SPRAYING BLACK LIGHT INTENSITY - pw/cm?
O BRUSHING LIGHT INTENSITY 1080 T
WELDER WELD SIZE LT WELDER WELD 1ZE RESULT
JOINT NO (e} RESH JOINT NO 2l2E:{mm)
STAMP | PROCESS | LINEAR | ROUNDED |ACC| REJ STAMP | PROCESS | LINEAR | ROUNDED |ACC| REJ
JT-06 AF-1307 | FCAW ) . v | -

s

PT. HANAZONO ENGINEERING PT. PERUSAHAAN LISTRIK NEGARA
PT. TITIAN LANCAR ABADI PT. REKAY. TRI
INDONESIA /)‘SA INDUS 2 (PERSERO) UIP NUSA TENGGARA
ASNT MT LEVEL Il : KRISNO Benridho Gan Gan Dermawan
DATE : October 18, 2024 6 O, 2w |- OB, N,
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PT. TITIAN LANCAR ABADI

NDT INSPECTION & CERTIFICATION

SPECIALIST :

NON DESTRUCTIVE (NDT - POST WELD HEAT TREATMENT (PWHT) - PRESSURE TESTING (PST)

INSPECTION AND CERTIFICATION - TECHNICAL - NDT E!
a : Kp. Gunung Buntu, RT. 005/ RW. 003, Ds. Banyuwangi,
Kec. Pulo Ampel, Kab. Serang. Prov. Banten - INDONESIA 42455

: Perumahan Taman Cilegon Cluster Catalonia
Blok G7 No. 16 Kota Cilegon, Prov. Banten - INDONESIA 42413

QUIPMENT SUPPLIER

Phone. (0254) 781-8985

E-mail. pttitian889@gmail.com

R
SO

MAGNETIC TEST EXAMINA

TION REPORT

PROJECT LOMBOK CFSPP FTP-2 (2x50MW) REPORT NO 182/MT/TLA/X/2024
CLIENT PT. HANAZONO ENGINEERING INDONESIA SHEET NO 1 OF 1
OWNER PT. REKAYASA INDUSTRI TIME 08.00 - 17.00 WIB.
PROCEDURE LPP-239-MEC-VP-010-V LOCATION WORKSHOP
ACC. CRITERIA AWS D1.1 INSPECTION DATE  October 18, 2024
DETAIL OF JOB
SUBJECT CONFUSER SURFACE PREPARATION :
ITEM NO ELEMENT 15 @ AS WELDED QOAsCcAST
UNIT NO 2 O AS ROLLED O AFTER PWHT
DWG NO LPP-239-MEC-VG-134-V O AS FORGED O AFTER HYDROTEST
MATERIAL $5400 O OTHER @ WIRE BRUSHING
TEMP AMBIENT
~ SOP NO - STAGE OF EXAMINATION :
g O BEFORE/AFTER PWHT (O BEFORE/AFTER REPAIR
O BEFORE/AFTER HYDROTEST @ OTHER
EQUIPMENT
TYPE OF MAGNETIC OAC Onobc @ PERMANENT
MAGNETIC METHOD @ WET VISIBLE O POWDER O OTHER
PRODUK: MANUFACTURER: DESCRIPTION:  WELD PROCESS FCAW
THF 110741 MAGNAFLUX
CLEANER - MAGNAFLUX
wcp 2001268 MAGNAFLUX
MT APPLICATION:
@ SPRAYING BLACK LIGHT INTENSITY : - uw/cm?
O BRUSHING LIGHT INTENSITY 1080 Lux
WELDER WELD SIZE RESULT WELDER WELD SIZE RESULT
JOINT NO (mm) - JOINT NO ()
STAMP | PROCESS | LINEAR | ROUNDED |[ACC| REJ STAMP | PROCESS | LINEAR | ROUNDED [ACC| REJ
IT-06 AF-1307 | FCAW . ) v -

PT. HANAZONO ENGINEERING PT. PERUSAHAAN LISTRIK NEGARA
PT. TITIAN LANCAR ABADI PT. TRI
B INDONESIA & REKAV/?A INDUS (PERSERO) UIP NUSA TENGGARA
ASNT MT LEVEL Il : KRISNO Benridho Gan Gan Dermawan
DATE : October 18, 2024 Gr 19 Tow [D-10 -2
.~




PT. TITIAN LANCAR ABADI

NDT INSPECTION & CERTIFICATION

N
GLrAaAFiSo

-~ 1SO 9001:2015

r SPECIALIST :
NON DESTRUCTIVE (NDT - POST WELD HEAT TREATMENT (PWHT) - PRESSURE TESTING (PST)
INSPECTION AND CERTIFICATION - TECHNICAL - NDT EQUIPMENT SUPPLIER
Head : Kp. Gunung Buntu, RT. 005/ RW. 003, Ds. Banyuwangi,
Kec. Pulo Ampel, Kab. Serang, Prov. Banten - INDONESIA 42455 Phone. (0254) 781-8985
Branch Office : Perumahan Taman Cilegon Cluster Catalonia E-mail. pttitian889@gmail.com
Blok G7 No. 16 Kota Cilegon, Prov. Banten - INDONESIA 42413
MAGNETIC TEST EXAMINATION REPORT
PROJECT LOMBOK CFSPP FTP-2 (2x50MW) REPORT NO 183/MT/TLA/X/2024
CLIENT PT. HANAZONO ENGINEERING INDONESIA SHEET NO 1 OF 1
OWNER PT. REKAYASA INDUSTRI TIME 08.00 - 17.00 WIB.
PROCEDURE LPP-239-MEC-VP-010-V LOCATION WORKSHOP
ACC. CRITERIA AWS D1.1 INSPECTION DATE  October 18, 2024
DETAIL OF JOB
SUBJECT CONFUSER SURFACE PREPARATION :
ITEM NO ELEMENT 16 @ AS WELDED OAs casT
UNIT NO 1 O ASROLLED O AFTER PWHT
DWG NO LPP-239-MEC-VG-134-V O AS FORGED O AFTER HYDROTEST
MATERIAL $S400 O OTHER @ WIRE BRUSHING
TEMP AMBIENT
' SOP NO - STAGE OF EXAMINATION :
O BEFORE/AFTER PWHT (O BEFORE/AFTER REPAIR
O BEFORE/AFTER HYDROTEST @ OTHER
EQUIPMENT
TYPE OF MAGNETIC OAc Ooc @ PERMANENT
MAGNETIC METHOD @ WET VISIBLE O POWDER O OTHER
PRODUK: MANUFACTURER: DESCRIPTION:  WELD PROCESS FCAW
THF 110741 MAGNAFLUX
CLEANER - MAGNAFLUX
wcCP 2001268 MAGNAFLUX
MT APPLICATION:
@ SPRAYING BLACK LIGHT INTENSITY - uw/cm?
QO BRUSHING LIGHT INTENSITY 1080 Lux
WELDER WELD 1ZE T WELD 1ZE RESULT
JOINT NO E L SIZE (mm) RESUL JGINT NO ER WELD SIZE (mm)
STAMP | PROCESS | LINEAR | ROUNDED |ACC| REJ STAMP | PROCESS | LINEAR | ROUNDED |ACC| REJ
JT-06 AF-1307 FCAW - - v | -

PT. HANAZONO ENGINEERING PT. PERUSAHAAN LISTRIK NEGARA
PT. TITIAN LANCAR ABADI . REKAY, INDUSTRI
b INDONESIA PT.R ﬂSA NDUS (PERSERO) UIP NUSA TENGGARA
(%]
ASNT MT LEVEL Il : KRISNO Benridho Gan Gan Dermawan
DATE : October 18, 2024 D 15, Zoun / 1o -10-7A4
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PT. TITIAN LANCAR ABADI

NDT INSPECTION & CERTIFICATION

SPECIALIST :
NON DESTRUCTIVE (NDT - POST WELD HEAT TREATMENT (PWHT) - PRESSURE TESTING (PST)
INSPECTION AND CERTIFICATION - TECHNICAL - NDT EQUIPMENT SUPPLIER
Head Office : Kp. Gunung Buntu, RT. 005/ RW. 003, Ds. Banyuwangi,
Kec. Pulo Ampel, Kab. Serang, Prov. Banten - INDONESIA 42455 Phone. (0254) 781-8985
{1 : Perumahan Taman Cilegon Cluster Catalonia E-mail. pttitian889@gmail.com
Blok G7 No. 16 Kota Cilegon, Prov. Banten - INDONESIA 42413

ISO 9001:2015

MAGNETIC TEST EXAMINATION REPORT

PROJECT LOMBOK CFSPP FTP-2 (2X50MW) REPORT NO 184/MT/TLA/X/2024
CLIENT PT. HANAZONO ENGINEERING INDONESIA SHEET NO 1 OF 1
OWNER PT. REKAYASA INDUSTRI TIME 08.00 - 17.00 WIB.
PROCEDURE LPP-239-MEC-VP-010-V LOCATION WORKSHOP
ACC. CRITERIA AWS D1.1 INSPECTION DATE October 18, 2024
DETAIL OF JOB
SUBJECT CONFUSER SURFACE PREPARATION :
ITEM NO ELEMENT 16 @ AS WELDED QOAs CAST
UNIT NO 2 O AS ROLLED O AFTER PWHT
DWG NO LPP-239-MEC-VG-134-V O AS FORGED O AFTER HYDROTEST
MATERIAL $5400 O OTHER @ WIRE BRUSHING
TEMP AMBIENT
“—SOP NO . STAGE OF EXAMINATION :
O BEFORE/AFTER PWHT (O BEFORE/AFTER REPAIR
O BEFORE/AFTER HYDROTEST @ OTHER
EQUIPMENT
TYPE OF MAGNETIC OAcC Onbc @ PERMANENT
MAGNETIC METHOD @ WET VISIBLE O POWDER QO OTHER
PRODUK: MANUFACTURER: DESCRIPTION:  WELD PROCESS FCAW

THF 110741 MAGNAFLUX
CLEANER - MAGNAFLUX
WCP 2001268 MAGNAFLUX

MT APPLICATION:

@ SPRAYING BLACK LIGHT INTENSITY uw/cm?

O BRUSHING LIGHT INTENSITY 1080 Lux

WELDER WELD RESULT WELDER LT
Em— SIZE (mm) SU JOINT NO WELD SIZE (mm) RESU
STAMP | PROCESS | LINEAR | ROUNDED |ACC| REJ STAMP | PROCESS [ LINEAR | ROUNDED |ACC| REJ
JT-06 AF-1307 | FCAW - - v -

PT. HANAZONO ENGINEERING PT. PERUSAHAAN LISTRIK NEGARA
PT. TITIAN LANCAR ABADI PT. REKAYASA INDUST!
INDONESIA Vil N (PERSERO) UIP NUSA TENGGARA
®
/—
ASNT MT LEVEL Il : KRISNO Benridho
DATE : October 18, 2024 otk lo, 2o J B ilo -
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PT. TITIAN LANCAR ABADI Guariso

=" 1S0 9001:2015
NDT INSPECTION & CERTIFICATION

SPECIALIST :
NON DESTRUCTIVE (NDT - POST WELD HEAT TREATMENT (PWHT) - PRESSURE TESTING (PST)
INSPECTION AND CERTIFICATION - TECHNICAL - NDT EQUIPMENT SUPPLIER

Head Office : Kp. Gunung Buntu, RT. 005/ RW. 003, Ds. Banyuwangi,
Kec. Pulo Ampel, Kab. Serang, Prov. Banten - INDONESIA 42455

Phone. (0254) 781-8985

: Perumahan Taman Cilegon Cluster Catalonia | E-mail- pttitian889@gmail.com

Blok G7 No. 16 Kota Cilegon, Prov. Banten - INDONESIA 42413

MAGNETIC TEST EXAMINATION REPORT

PROJECT LOMBOK CFSPP FTP-2 (2x50MW) REPORT NO 185/MT/TLA/X/2024
CLIENT PT. HANAZONO ENGINEERING INDONESIA SHEET NO 1 OF 1
OWNER PT. REKAYASA INDUSTRI TIME 08.00 - 17.00 WIB.
PROCEDURE LPP-239-MEC-VP-010-V LOCATION WORKSHOP
ACC. CRITERIA AWS D1.1 INSPECTION DATE  October 18, 2024
DETAIL OF JOB
SUBJECT CONFUSER SURFACE PREPARATION :
ITEM NO ELEMENT 17 @ AS WELDED OaAscasT
UNIT NO 1 O ASROLLED O AFTER PWHT
DWG NO LPP-239-MEC-VG-133-V QO As FORGED (O AFTER HYDROTEST
MATERIAL 55400 O OTHER @ WIRE BRUSHING
TEMP AMBIENT
-~ SOP NO . STAGE OF EXAMINATION :
O BEFORE/AFTER PWHT (O BEFORE/AFTER REPAIR
O BEFORE/AFTER HYDROTEST @ OTHER
EQUIPMENT
TYPE OF MAGNETIC OAc Oobc @ PERMANENT
MAGNETIC METHOD @ WET VISIBLE O POWDER O OTHER
PRODUK: MANUFACTURER: DESCRIPTION:  WELD PROCESS FCAW

7HF 110741 MAGNAFLUX
CLEANER - MAGNAFLUX
WCP 2001268 MAGNAFLUX

MT APPLICATION:

@ SPRAYING BLACK LIGHT INTENSITY - uw /cm?

O BRUSHING LIGHT INTENSITY 1080 Lux

WELDER | WELD SIZE (mm) RESULT WELDER WELD SIZE (mm) RESULT
JOINT NO JOINT NO
STAMP | PROCESS | LINEAR | ROUNDED |ACC| REJ STAMP | PROCESS | LINEAR | ROUNDED |ACC| REJ
JT-06 AF-1307 | FCAW - - v | -

PT. HANAZONO ENGINEERING PT. PERUSAHAAN LISTRIK NEGARA
PT. TITIAN LANCAR ABADI T. REK RI
INDONESIA 4 74}5’\ mERSE (PERSERO) UIP NUSA TENGGARA
a5
ASNT MT LEVELIl : KRISNO Benridho
DATE : October 18, 2024 o 9, W
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PT. TITIAN LANCAR ABADI

NDT INSPECTION & CERTIFICATION

SPECIALIST :

NON DESTRUCTIVE (NDT - POST WELD HEAT TREATMENT (PWHT) - PRESSURE TESTING (PST)

INSPECTION AND CERTIFICATION - TECHNICAL - NDT E
: Kp. Gunung Buntu, RT. 005/ RW. 003, Ds. Banyuwangi,
Kec Pulo Ampel, Kab. Serang, Prov. Banten - INDONESIA 42455

Branch Office : Perumahan Taman Cilegon Cluster Catalonia
Blok G7 No. 16 Kota Cilegon, Prov. Banten - INDONESIA 42413

QUIPMENT SUPPLIER

Phone. (0254) 781-8985

E-mail. pttitian889@gmail.com

i" LIAF ISO

= 1SO 9001:2015

MAGNETIC TEST EXAMINA

TION REPORT

PROJECT LOMBOK CFSPP FTP-2 (2x50MW) REPORT NO 186/MT/TLA/X/2024
CLIENT PT. HANAZONO ENGINEERING INDONESIA SHEET NO 1 OF 1
OWNER PT. REKAYASA INDUSTRI TIME 08.00 - 17.00 WIB.
PROCEDURE LPP-239-MEC-VP-010-V LOCATION WORKSHOP
ACC. CRITERIA AWS D1.1 INSPECTION DATE October 18, 2024
DETAIL OF JOB
SUBJECT CONFUSER SURFACE PREPARATION :
ITEM NO ELEMENT 17 @ AS WELDED OAs casT
UNIT NO 2 QO AS ROLLED O AFTER PWHT
DWG NO LPP-239-MEC-VG-133-V O AS FORGED O AFTER HYDROTEST
MATERIAL $5400 O OTHER @ WIRE BRUSHING
TEMP AMBIENT
~—~SOP NO ) STAGE OF EXAMINATION :
S O BEFORE/AFTER PWHT (O BEFORE/AFTER REPAIR
(O BEFORE/AFTER HYDROTEST @ OTHER
EQUIPMENT
TYPE OF MAGNETIC OAc Oobc @ PERMANENT
MAGNETIC METHOD @ WET VISIBLE O POWDER O OTHER
PRODUK: MANUFACTURER: DESCRIPTION:  WELD PROCESS FCAW
THF 110741 MAGNAFLUX
CLEANER ) MAGNAFLUX
wWCP 2001268 MAGNAFLUX
MT APPLICATION:
@ SPRAYING BLACK LIGHT INTENSITY uw/cm?
O BRUSHING LIGHT INTENSITY 1080 Tk
WELDER WELD S RESULT WELDER ZE RESULT
JOINT NO IZE {mm) JOINT NO WD Blet firim) >
STAMP | PROCESS | LINEAR | ROUNDED |[ACC| REJ STAMP | PROCESS | LINEAR | ROUNDED |ACC| REJ
IT-06 AF-1307 | FCAW . = v | -

PT. HANAZONO ENGINEERING PT. PERUSAHAAN LISTRIK NEGARA
PT. TITIAN LANCAR ABADI PT. REKAYAJA INDUSTRI
INDONESIA Y :? i (PERSERO) UIP NUSA TENGGARA
ASNT MT LEVEL Il : KRISNO Benridho
DATE : October 18, 2024 oL 19, oW o N TR




